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Abstract 

This paper describes modeling and analysis to evaluate the extent of core damage during 
flow blockage events in the Advanced Neutron Source ( A N S )  reactor planned to be built 
at the Oak Ridge National Laboratory (ORNL). Damage propagation is postulated to 
occur from thermal conduction between damaged and undamaged plates due to direct 
thermal contact. Such direct thermal contact may occur hecause of fuel plate swelling 
during fission product vapor release or plate buckling. Complex phenomena of damage 
propagation were modeled using a one-dimensional heat transfer model. A parametric 
study was performed for several uncertain variables. The study included investigating the 
effects of the plate contact area, the convective heat transfer coefficient, thermal 
conductivity upon fuel swelling, and the initial temperature of the plate being contacted 
by the damaged plate. Also, the side support plates were modeled to account for their 
effects on damage propagation. The results provide useful insights into how various 
uncertain parameters affect damage propagation. 

'on 

The Advanced Neutron Source (ANS) is to be a multipurpose neutron research center and is 
currently in an advanced conceptual design stage at the Oak Ridge National Laboratory 
(ORNL). Major areas of research will include condensed matter physics, materials science, 
isotope production, and fundamental physics [ 1,2]. The A N S  is planned to be a 303-MW(t) 
heavy-water-cooled and moderated research reactor housed in a large, double-walled 
containment dome and surrounded by thermal neutron beam experimental facilities. The reactor 
uses U3Si2-Al cermet fuel in a plate-type configuration. Cooling systems are designed with 
many safety features, including large heat sinks sufficient for decay heat removal; passive 
inventory control by accumulators, pools, and flooded cells; a layout that maximizes natural 
circulation capabilities; and fast, redundant shutdown systems. A defense-in-depth philosophy 
has been adopted. In response to this commitment, ANS project management initiated severe 
accident analyses and related technology development early in the design phase. This was done 

radionuclides in the event of an accident. It also provides a means for satisfying on- and off-site 
regulatory requirements, accident-related dose exposures, containment response, and source- 
term best-estimate analyses for Level-2 and -3 Probabilistic Risk Analyses (PRAs) that will be 
produced. Moreover, it will provide the best possible understanding of the A N S  under severe 
accident conditions and, consequently, provide insights for development of strategies and 
design philosophies for accident mitigation, management, and emergency preparedness efforts 

- 

. 
. to aid in designing a sufficiently robust containment for retention and controlled release of 

[31. 

The preliminary Level 1 PRA of the A N S  has indicated core damage initiation to be dominated 
by core flow blockage events. From a safety perspective, to investigate energetics of fuel- 
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coolant interactions (FCIs), it is necessary to quantify the degree of core damage propagation, 
once initiated. This paper describes the overall framework for capturing in-coE damage 
propagation and presents an initial model to analyze it during a postulated severe accident in the 
A N S  reactor core. Among several possible scenarios of core damage accidents, primary 
emphasis has been currently placed on analyzing core damage accidents initiated by blockage of 
one or more coolant channels at the inlet (Fig. 1). 

ANS Svs tern Description 

The ANS is currently in an advanced conceptual design stage. As such, design features of the 
containment and reactor systems are evolving, based on insights from on-going studies. Table 1 
summarizes the current principal design features of the A N S  from a severe accident perspective 
compared with the High-Flux Isotope Reactor (HFIR) and a com mercial light-water reactor 
(LWR). The ANS is to use uranium silicide fuel in an aluminum matrix with plate-type 
geometry and a total core mass of 100 kg. The power density of the ANS will be only about 2 
times higher than that of the HFIR, but about 50 to 100 times higher than that of a large LWR. 
Because of such radical differences, high-power-density research reactors may give rise to 
significantly different severe accident issues. Such features have led to increased attention being 
given to phenomenological con siderations dealing with steam explosions, recriticality, core- 
concrete interactions, core-melt progression, and fission-product release. However, compared to 
power reactor scenarios, overall containment loads from hydrogen generation and deflagration 
are relatively small for the ANS. 

The reactor core is enclosed within a core pressure boundary tube and enveloped in a reflector 
vessel, which is immersed in a large pool of water. Each element of the core is constructed with 
a series of involute fuel plates arranged in an annular array. The involute design provides 
uniform coolant gaps at all spanwise positions. The fuel plate is 1.27-mm thick and consists of 
0.254-mm thick 6061 aluminum cladding material sandwiching a 0.762-mm mixture of uranium 
silicide (U3Si2) and aluminum. Each coolant gap is also 1.27 mm in width and has a span of 
70.29 and 87.35 mm for upper and lower core elements, respectively. Fuel plates are welded to 
inner and outer cylindrical side plates with each element having 507 mm of fueled length. 
Unfueled 10-mm leading and trailing edges are added to the fuel plates. 

Table 1 Severe Accident Characteristics of the A N S  and Other Reactor Systems 
- 

Parameter Commercial LWR HFIR ANS 
~ _ _ _ _ _ _  

Power, MW(t) 
Fuel 
Enrichment (mh) 
Fuel cladding 
Coolant/moderator 
Coolant outlet temperature, K 
Average power density, MWJ L 
Clad melting temperature, K 
Hydrogen generation potential, kg 

2600 
uo2 

H2O 

2-5 
Zircaloy 

590 
4 . 1  

2123 
850 

~ 

100 a 303 
U3OeA.I U3SirAl 

93 93 f-2 
AI AI 

D20 
365 

H20 
342 
2.0 4.5 

853 853 
10 12 

11 Now operating at a reduced power of 85 MW. 
h 1992 baseline (reduced enrichment now being considered) 
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Coolant 

ANS Core Element 

Coolant / 
Flow Blockage 
by Foreign Material 

Fig. 1 Schematics of postulated flow blockage in ANS core element. 

Core Damage Propagation Initiated bv Flow Blockage Even& 

As mentioned above, the preliminary Level 1 PRA of the A N S  [4] reveals flow blockage as the 
most probable initiating event leading to core damage. In fact, the median core damage 
frequency (CDF) for the event was estimated less than 104 per reactor year. Furthermore, 
the study divided the event into four categories, as shown in Table 2. The PRA 
conservatively assumed that any debris items of dimension > 5 mm could initiate 
damage, and that about half of the potential debris sources would be larger than 10 mm. 
Therefore, a partial blockage accounts for a major portion of the risk. 

- 

Table 2 Summary of Core Damage Frequency of Flow Blockage Event 

Initiating Event 8 Median Annual CDF Percentage of Total CDF 
L1 Flow Blockage 1 10-5 17 
L2 Flow Blockage 5 x 10-5 56 
L3 Flow Blockage 2 x  10-7 0.2 
L4 Flow Blockage 2x 10-5 26 

Q L1 is the event caused by debris generated in the space from the core to the inlet strainer, 
L2 is the event caused by debris generated in the space from the inlet strainer to the core, 
L3 is the event caused by an external debris, 
L4 is the event caused by debris due to fuel manufacturing defect. 

For each initiating event, core damage progression may be somewhat different. 
However, in analyzing the phenomena, the overall progression of the flow blockage event 
is not much different from one initiating event to the others. 
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I '  
Core damage propagation can be characterized into several modes depending on the 
likelihood of fuel melt removal. Figure 2 depicts a summarized core damage propagation 
mode. As seen in the figure, core melt may either be removed (relocated) or stay at the 
location where the fuel plate melts. The likelihood of melt removal has not been 
addressed yet. 

As demonstrated in a companion paper described by S.H. Kim, et. al. [5 ] ,  core melt can 
be removed via entrainment by high velocity coolant. Coolant inertia plays a major role 
in sweeping fuel debris away into the coolant stream. Another possible removal 
mechanism is associated with a sudden expansion of water entrapped in the melt. During 
the process of core melting, the melt can be possibly mixed with coolant water. Such a 
mixture can flow along the coolant stream in a similar mode to melt entrainment. 
However, water entrapped in the melt globule can vaporize quickly. Consequently, an 
increased channel pressure may result in blowing the melt debris out of the core 
assembly. In this case, the debris particles, whose velocity is high enough to overcome 
the pressure imposed by in-coming coolant, can be dispersed into the coolant upstream as 
well as downstream. Also, fuel melt could candle down toward the core bottom if the 
inlet coolant flow is not sufficiently large. 

Molten portions of fuel might also stay inside the core assembly without being removed. 
During normal operation, a pressure drop of about 1.5 MPa is imposed across coolant 
channels from inlet to exit. At the same time, however, along with significant structural * 

deformations between the unfueled inlet and exit sections of the core, it is possible for the 
coolant with significant voids to be superheated and pressurized quickly in a (fully or 
partially) blocked channel high enough to compensate or overcome the nominal pressure 
drop across the channel. In this case, the melt may not be removed from its originating 
place. Consequently, the course of damage propagation will change if the melt contacts 
the adjacent fuel plate. If no contact is made, the damage can propagate to the next plate 
through convection and radiation of heat from the melted plate. This case is possible 
only when the magnitude of fuel swelling is limited or none. There are several modes in 
which fuel melt can contact its neighboring plate. Plate bowing due to thermal andor 
mechanical stress is a possible cause of local plate contact. With a rapid evolution of 
fission product vapor in the fuel matrix, molten fuel could swell sufficiently to fill the 
coolant gap and connect with the neighboring plate. Also, debris expansion because of 
internal pressurization of coolant channel can cause bridging to the next plate. 

As explained above, the possibility of in-core melt propagation cannot be ruled out. The 
current study has focused on the damage propagation mode without fuel melt removal to 
make conservative estimates for energetic FCI calculations. However, the effect of melt 
removal on the extent of damage propagation is also addressed. Fuel at the end of the 
cycle is assumed to contain substantial amounts of volatile fission products. Direct 
thermal contact between fuel plates upon fuel plate swelling, as fission product vapor is 
released, is a conservative assumption for enhanced damage (melting) propagation. 

Several initiating events can cause the coolant channel blockage, and substantial efforts 
are being made by the ANS project to characterize the blockage, including evaluation of 
thermal-hydraulic parameters for such an event. In any case, once a coolant channel is 
sufficiently blocked, the affected fuel plates will experience a loss or reduction of heat 
removal. These plates will necessarily heat up to a temperature for fuel swelling to begin 
due to the rapid release of fission product vapors in addition to the temperature-induced 
volumetric expansion. Upon being contacted by such a hot damaged plate, a neighboring 
plate will start to heat up, become deformed, and eventually attack its neighboring plate. 
Such fuel damage would propagate until an overall balance between heat generation and 
cooling is met. Such a heat balance may be established either by drop in fission energy 
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Enmined by Coolant Due to Coolant Inertia 

Debris Blowout of Due to Rapid Expansion of Water 
Assembly Trapped in Melt Globule Fuel Removal 

Debris Candle Down Due to Low Coolant Inertia 

Only Possible for Limited- or 
No Fuel Swelling 

No Melt Contact to 
Next Plate 

Fuel HeatupMelt 

No Fuel Removal 
- 

Melt Contact to Next Due to Fission 
Plate Product Vapor Release 

Due to Pressurization 
of Coolant Channel 

Plate Bowing Due to Thermal & 
Mechanical Stress 

1 ’  Due to Internal Debris Expansion Pressurization of Channel 

Fig. 2 Core damage propagation mode for flow blockage event. 

following a successful reactor scram or by sufficient coolant flow provided for the plate 
cooling. Various configurations for the blockage are possible. Since a front-end 
condition for the blockage is still under investigation, however, the blockage is assumed 
in a way to lead to the most conservative consequences (assuming absence of localized 
steam explosion loads). In the current study, both coolant channels of the plate under 
consideration (e.g., left and right sides of the plate) are assumed to be blocked with a 
magnitude to reduce the coolant flow to a low enough level to cause plate damage. A 
constant heat transfer in other coolant channels is assumed and changed as a parameter to 
study the effect of heat transfer coefficient on plate damage propagation. Results of this 
study will be used to evaluate maximum possible energetic loads due to FCIs (described 
in a companion paper by R.P. Taleyarkhan, et a1.[6]). Therefore, temperature of the plate 
melt as well as its mass involved in the damage propagation need to be evaluated. 
Several assumption are employed as described below. 

Assumptions 

The core assembly is assumed to be represented by one-dimensional multiple layers of 
rectangular plates separated by a coolant channel. It is evident that the plate 
meltinghelocation and damage propagation have multi-dimensional aspects. However, 
for initial scoping estimates, such a one-dimensional treatment should provide a 
conservative estimation of the plate damage propagation, assuming that the core 
material, once it is damagedmelted, does not transport to other places, nor can it be 
disrupted by any external forces like coolant flow. In reality, unless the coolant channel 
is completely blocked, a damaged plate may possibly be swept by a high velocity 
coolant, and further damage propagation may be prevented. One other possible 
scenario is that the damaged plate mixed with coolant may trigger a local steam 
explosion that affects the integrity of its neighboring plates. This local steam explosion 
may be strong enough to disrupt the plates in neighboring channels, and/or fragments 
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blocking other coolant channels will lead to possibly another local steam explosion. If 
a local steam explosion does not occur and the damaged plate mass stays there, then a 
thermal wave will keep propagating to heat-up the next plate. At some point of the 
propagation, more mass that is much hotter may be involved in a more extensive steam 
explosion. Currently, however, it is assumed that such a local steam explosion does not 
occur until the damage propagation is complete. Here, the term "propagation 
completion" means the end of the transient calculation due to a successful reactor 
scram. Even after the reactor scram, decay heat from fission products will play as a 
heat source. However, it is believed that such an amount is not sufficient to sustain 
plate melting and propagation. Therefore, a transient calculation has been performed 
only until successful reactor scram. Initial estimates indicate that this time frame is 
about 4 s. 

Uniform material properties are assumed such as thermal conductivity, specific heat, 
and no thermal expansion (Le., constant density). Also, uniform constant heat 
generation is assumed. Data used for the calculations are given below. 

K (thermal conductivity) - - 190 W/m-K 

303 Mw 
m (total fuel/aluminum mass ) - - 100 kg 

0.507 m 
6 (plate/coolant channel thickness) = 1.27 mm 

87.7 mm 
Tdt (melting temperature) - - 853 K 
h d t  (latent heat of fusion) - - 397 kJ/kg 
T, (vaporization temperature) = 2767 K 
h, (heat of vaporization) - - 10.8 MJkg 
Tinit (plate initial temperature) - - . 388 K 
Amnt - - fmnt w Az (where fcont is the fraction of surface area between 

nodes that intimately contact during fuel foaming) 
Total number of fuel plates = 684 (432 and 252 plates for upper and lower core 

c (specific heat capacity) - - lO(l0 J/kg-K - - (f (rate of heat generation) 

- Az (channel length) - 

w (plate width) - - 

elements, respectively) 

Fuel meat and clad are assumed to he perfectly mixed and represented by one average 
material with the density of 2,589 kg/m3. This density is evaluated based on 100 kg of 
core mass occupied by the volume of 684 plates with 0.507 m of plate length, 1.27 mm 
of plate thickness and 87.7 mm of plate width. 

Plate material is assumed to have one melting temperature (e.g., 853 K) and one 
vaporization temperature (e.g., 2767 K). Thus, once a phase change occurs, its 
temperature remains constant until the phase change is complete. 

Constant reactor power is assumed during damage propagation; that is, reactivity 
feedback effects are neglected. 

No model for the coolant side is included, and thus heat transfer to the unblocked 
coolant channel stays constant throughout the transient. 

the plate surface to this coolant channel; that is, instantaneous flashing of the coolant is 
assumed if the channel is blocked. 

In a blocked channel, there is no heat sink, and thus no heat transfer is permitted from 
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When a fuel plate reaches its melting temperature, it immediately slumps against its 
neighbor to the outside and blocks the coolant channel. This is assumed to be due to 
plate swelling caused by coalescence of fission product vapors from the fuel matrix 
near its melting temperature. A preliminary study shows that the fuel swelling 
magnitude at the end of the cycle upon fuel melting is large enough to fill the coolant 
gap. Any portion of the plate filling the coolant channel is assumed to be at its melting 
temperature. Mass of swelled nodes is reduced to one half of the original mass to 
ensure mass conservation. 

Model DescnDtion for Thermal State Evaluation 

A transient one-dimensional heat conduction equation describes heat transfer in fuel 
plates and is given by 

a a= T 
- ( p  cPT)  = K at + y"' 

The numerical procedure for solving Eq. (1) involves coupled, implicit difference 
algorithms that apply a quasi-linearization technique, as appropriate, to ensure a stable 
solution of the resulting algebraic equations [7]. Numerical estimates of heatup 
characteristics for the plates are obtained by means of implicit finite-difference 
approximations to the governing conservation equation, Eq. (1). 

Each set of plates under consideration is uniformly subdivided into N meshes. A nodal 
point is designated at the center of each mesh. In addition, to evaluate plate surface 
phenomena, a node with zero mass is assigned at each boundary. Therefore, a set of plate 
system will have (N+2) nodes. The number of plates under consideration changes as 
damaged plates increase. Figure 3 illustrates nodalization. 

N meshes 

kmax = (N+2) nodes 

Fig. 3 Nodalization for a multiple plate system. 

For an arbitrary node k of mass mk and temperature Tk, the difference approximation to 
Eq. (1) over a time interval t-At to t is taken as 
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A superscript ' * ' denotes a value evaluated at the previous time step. Equation (2) is 
rearranged as successive back-substitution for nodes k= kmax-l,kmax-2, ......, 1 (the 
details are given in Appendix I), resulting in the final form for Ti; as 

Equation (3) with appropriate boundary conditions describes the temperature distribution 
of plates. It is apparent that from Eq. (3, Dk* and Ek* must be zero and Fk* becomes the 
same as the melting or vaporization temperature of node-k if the k h  node undergoes 
phase change as meltindfreezing or vaporization/condensation. 

Each node may be heated up to its melting point or the melt may undergo freezing 
because of net heat loss to neighboring plates and/or bulk coolant. When a nodal 
temperature first crosses the melting point (over- or under-shooting in the temperature is 
expected due to a finite size of a time step), the nodal temperature is reset to the melting 
temperature, and the excess energy is used to calculate the mass of material that changes 
phase. Therefore, the amount of the melt in node k when Tk first crosses the melting 
temperature (ie., overshoots) is evaluated as 

where Tmk and h k  are the melting temperature and the latent heat of fusion of the kh 
node, respectively. In subsequent time steps, the amount of the melt in node k is 
evaluated as 

where m *m,k is the molten mass at the previous time step. 

Once the kh node becomes completely molten, its temperature starts to increase until it 
reaches the temperature for the next phase change ( e g ,  vaporizatiodcondensation). 
Such a temperature change is again described by Eq. (3), and subsequent 
vaporizatiodcondensation can be described by a similar expression as in Eqs. (4) and (5). 

Heat Conduction to Side Plates 

Fuel plates in the ANS core span hetween supporting cylinders. Heat conduction to side 
plates may delay the damage propagation. If the side plate fails, additional flow blockage 
may be provided due to transport of fragments originating from the lower assembly to the 
upper assembly. The geometry assumed for the calculations is given in Fig. 4. 

A side plate is nodalized into the same mesh size as a connected fuel plate; that is, if each 
plate is nodalized into three meshes, three meshes are provided for a section of the side 
plate connected to the fuel plate and another three for a section facing the coolant 
channel. Heat transfer between the side plate meshes was neglected because it is 
expected much smaller to compare with that between the fuel plate and the side plate. 
Also, neglected was heat loss to the surrounding coolant because the side plate is 
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1.27mm 

Fig. 4 Assumed geometry of fuel assembly (top view). 

expected to be covered by the steam blanket quickly once it heats up. Therefore, the 
nodal temperature of the side plate is given by 

q: A,. At 
'k,c = ';,c + 

P c  (h L ) ,  c p . c  

where 
subscript c = side plate 
Ti, ,  = temperature of node-k at the previous time, 
pc = density (2,7CK) kg/m3), 
Ax = mesh thickness, 
z = mesh width (7 mm), 
L = cylinder length ( 0.507 m), 
cP,, = specific heat capacity (1 ,OOO Jkg-K), 
A, = thermal conduction area (Ax L), 
At = time step, and 

- 4 i s  heat flux coming in from fuel plate given by 

where 
K = thermal conductivity (190 W/m-K) 
6, = thermal conduction layer 

Tk = fuel plate temperature of node-k 
[e.g., (z + 0S*fuel plate width)/2 = 25.4 mm] 

When it is heated up to the melting temperature (853 K), the mesh undergoes phase 
change as the fuel plate does. In reality, the size of the inner cylinder is different from 
that of the outer cylinder. However, as seen in Fig. 4, the geometry of the cylinder 
including the fuel plate is assumed to be rectangular. Therefore, a representative side 
plate is the same for both inner and outer cylinders. For these initial calculations, 
therefore, only one (averaged) side plate is included. 



ComDu - t ab 'ons and Analvsis 

Case Without Side Plates 

A scenario for fuel plate melting and propagation is depicted in Fig. 5. In these 
calculations, no side plates were assumed. As seen in the figure, the plate in blocked 
channels undergoes heatup. When the plate temperdture reaches 853 K, which is the 
solidus temperature of AL-606 1, a rapid release of fission product vapors in a fuel matrix 
leads to a volumetric expansion of the plate (swelling) [8]. This expanded plate will fill 
the adjacent coolant gap and directly contact the next plate. When expanded, the nodal 
mass of the swelled plate is assumed to be reduced to half of its initial mass. Here, for 
convenience, let us call the swelled plate plate-1, and a new intact plate being touched by 
the swelled plate is called plate-2. 

$ Damage Propagation 
- 1 -  - 

t 1 
C d a n t  

Fig. 5 Initiation of plate damage propagation. 

When contacted by the hot swelled plate material, the initial temperature of plate-2 will 
not be same as that of plate-1 before the event was initiated. This is because plate-2 must 
have been heated up by convection and radiation from plate-1 before the contact. Also, if 
flow to this coolant channel were already affected by onset of flow excursion instability, 
the temperature of plate-2 should already have increased due to lack of sufficient cooling. 
However, at this stage the transient variation has not heen modeled. Instead, a parametric 
analysis was done to gage the relative impact by changing the initial temperature of plate- 
2. One value used for the calculations was selected to be the initial temperature of plate-1 
(e-g., 388 K). The other value was selected as an average of the plate-1 initial 
temperature and the plate melting temperature (e.g., 620.5 K). 

Another uncertain parameter is the thermal conductivity of the plate. Once the plate 
swells, its volume is assumed to increase by a factor of two so as to fill the coolant space. 
Therefore, the void volume in the plate is hounded at 50%. The volume of U3Si2 fuel in 
the plate is about 11%. Under the condition of the plate expansion, the fuel particle 
volume will be half of 11 %. Therefore, total volumetric fraction of the void and fuel will 
be about 56% (i.e., 50% + 11% / 2). According to the Ref. [9], thermal conductivity of 
such a configuration for U3Si2 fuel is about 20 W/m-K at 60 %. Furthermore, Ref. [9] 
states that the fission gas bubbles will reduce the thermal conductivity further. Therefore, 
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a parametric study has been performed using the constant value of 190 W/m-K all the 
way through the transient and with a reduced value of 10 W/m-K upon plate swelling. 

The thermal conduction area is another uncertain parameter. Upon the plate swelling and 
mixing with voids in the coolant channel, the effective thermal conduction area will be 
reduced to about one-half. However, the effective conduction area also needs to account 
for heat conduction through the voids filling with hot gas (e.g., volatile fission products). 
Therefore, the calculations have been performed using two different thermal conduction 
areas between nodes in the swelled region: one for no change of the area from its initial 
value, and the other for the area reduced in half. 

The next uncertain parameter is the convective heat transfer coefficient at unblocked 
coolant side of plate-2. As mentioned above, configurations for the coolant channel 
blockage are complex. For example, only a single channel might be completely or 
partially blocked, or multiple channels might also be completely or partially blocked. 
Because all the coolant channels are in parallel and connected with the same inlet and 
outlet plenums, channel blockage will possibly cause a flow excursion if a pressure drop 
in some channels is different from that of others caused by a significant void generation. 
Therefore, such a dynamic nature of the coolant thermal-hydraulics needs to be analyzed 
to correctly define heat transfer between plates and coolant. If a coolant channel 
experiences flow excursion, heat transfer from the heated plate surface to the coolant will 
be significantly affected. In the absence of a detailed study, the convective heat transfer 
coefficient at plate-2 is also vaned as a parameter to investigate the plate damage 
propagation. Considering a possible extensive flow excursion and corresponding flashing 
in the affected channels, it may be conservative to choose a value corresponding to zero 
heat transfer to the coolant. 

A transient time of 4 s was selected as a period of the plate damage propagation based on 
preliminary systems analysis. Full reactor operating power (e.g., 303 MW(t)) is assumed 
during this period. Calculations were not extended further beyond 4 s since it is believed 
that the A N S  core has enough cooling capability for decay heat generation along with full 
or partial operation of feedwater pumps. 

Figures 6 through 8 show selected results of the calculations with the parametric 
variations described above. Table 3 also lists the number of fuel plates involved in 
damage propagation. As seen in Fig. 6, the plate damage propagation strongly depends 
on each of the parameters we examined. The case of no heat transfer to the coolant with 
full conduction area and high initial contact temperature (in the figure, this case is shown 
as T=620, k=190, a=l) yields the largest number of damaged plates (e.g., 202). With a 
reduced thermal contact area of 50% (in the figure, T=620, k=190, Fa=0.5), the number 
of damaged plates comes down to 174. Also, Fig. 6 shows that thermal conductivity 
affects the damage propagation. As the conductivity is lowered, the damage propagation 
becomes slower. Good estimation of the initial temperature of plate-2 is also important in 
precisely determining the damage propagation. Figure 6 also shows that the fuel plate 
damage does not propagate further if sufficient cooling can be provided for plate-2. With 
a heat transfer coefficient of 52 KW/m2-K, none of the cases shows damage propagation. 
Figure 7 shows nodal temperature variations as a function of time for the case of no heat 
loss to the coolant with full contact area and high initial temperature of plate-2 (for which 
600 nodes correspond to about 100 plates). It is seen that in about 1.2 s of the transient, 
inner nodes start vaporizing. A large number of nodes in melted plates experience 
vaporization during the transient. Such a condition could likely initiate an energetic FCI 
(as described in a paper by V. Georgevich, et al. [lo]). This phenomenon, nevertheless, 
is conservatively neglected from consideration in the present work. However, none of the 

- 
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nodes at the end of the calculations is completely vaporized. Average fraction of the 
vaporized mass is shown in Fig. 8. This fraction was averaged over the entire damaged 
plates at the end of the transient. The fraction, as seen in the figure, seems to depend only 
on convective heat transfer at plate-2. All the cases show a similar vaporization fraction. 
Even the case of the slower damage propagation (e.g., T=388, k=IO, Faa.5) shows a 
similar fraction. However, that case reveals a higher vaporization fraction in inner nodes. 

Table 3 Number of Damaged Plates Predicted by the Code Calculations 

h (w/m2K) 388-190.51? 388-190-1 620-10-0.5 ~2 620-190-1 620-190-0.5 

0.00 x 100 64 123 116 202 174 
5.00 103 56 112 98 182 154 
1.00 x 104 48 102 78 158 132 

2.00 x io4 30 82 38 102 80 
1.50 x 104 40 92 58 134 110 

4.00 104 12 64 12 74 54 
5.00 104 2 48 2 56 44 
5.04 104 46 54 

5.12 104 42 50 
5.16 104 40 46 

5.20 104 2 2 2 

5.08 x 10 46 52 

5.18 x 104 34 42 

Convective heat transfer coefficient 
- b Case description: case T k Fa 

388-10-0.5 388 10 0.5 
388-190-1 388 190 1 
620-10-0.5 620 10 0.5 
620-190-1 620 190 1 

620-190-0.5 620 190 0.5 
where T is initial temperature of plate-2 (K), k is thermal conductivity of swelled plates (W/m-K), 

and Fa is fractional contact area upon fuel swelling. 

Case With Side Plates 

The case "620-190-1" was used as a base for this calculation. This case assumes that the 
second plate temperature is 620.5 K before it contacts slumping fuel plate melt, the 
thermal conductivity is 190 W/m-K, and a full thermal contact area exists between plates. 
This case represents a worst case that conservatively estimates 202 plates to be damaged 
during 4 s of the transient period. This case has been repeated here along with the model 
of side plates. The number of damaged fuel plates was estimated as 202, which is the 
same as the original case without accounting for the side plates. However, average mass 
fraction of vaporized fuel plate was reduced from 0.32 to 0.28, which is equivalent to 
11.6 MJ. This amount of energy is transferred to heat up and melt the side plates. 

Other results are depicted in Figs. 9 and 10. Figure 9 shows temperature variations along 
the nodes at the end of the calculations (e.g., 4 s).  Node-0 corresponds to the location 
where the damage started propagation. As seen, the side plate is heated up substantially. 
The number of cylinder nodes experiencing melting is about 450 nodes, which is 
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Fig. 6 Propagation of ANS core plate damage. 
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Fig. 7 Nodal temperature distribution at various time moments of the case T=620, 
k=190, Fa=l, h=O (six nodes correspond to one plate). 

13 



0.4 

0 3 

0.2 

0.1 

0.0 

+ T=388,k=1 0.Fad.5 
T=388,k=iW,Fa=l 

+ T=fZO,k=lO,Fa=0.5 - T=620,k=lW,Fa=l 

1 . 1  1 . 1  

0 10 2 0  30 4 0  5 0  6 0  

Convective Heat Transfer Coefficient 
(KWIrn2-K) 

Fig. 8 Average mass fraction of vaporized plates. 
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Fig. 9 Variation of node temperatures at the end of the calculations 
(six nodes correspond to one plate). 
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Fig. 10 Variation of molten mass fraction at the end of the calculations 

equivalent to 7.3 kg total, accounting for symmetry of the propagation and duplex 
cylinders. Figure 10 shows the molten mass fraction of each node at the end of the 
calculations. 

Effect of Fuel Melt Removal on Damage Propagation 

One of most crucial assumptions employed in above calculations is that the molten fuel 
cannot be relocated or removed from its originating location. In reality, there might be 
other situations involved with fuel relocation or dispersal. In those cases, it is 
not appropriate to assume that there is no fuel relocatioddispersal. Therefore, a 
parametric study has been performed to investigate the effect of molten fuel 
relocatioddispersal. The molten fuel (actually node) is forced to disappear once its 
temperature reaches a certain limit; one case with 1500 K, and the other with 863 K. A 
fuel melt temperature of 1500 K was selected as a fuel melt disappearance threshold, 
because that temperature is high enough to trigger the onset of aluminum ignition, as 
evidenced in past experiments [ 111. 863 K was selected as the temperature at which 
molten fuel will be swept away by coolant or relocated down at 10 K above its solidus 
temperature. Once the node at which the temperature increases above this threshold 
value disappears, we have to specify a new boundary condition to the inner node that was 
previously connected to the missing node. At this new boundary, the inner node may 
obtain more heat or lose heat depending on the situation. If extensive fuel ignition 
occurs, more energy will be added to the system under consideration through this 
boundary. If the relocation is due to coolant inertia, the system may loose heat to the 
coolant. For the current study, due to lack of knowledge on how this relocated node 
behaves, we assumed an adiabatic condition for this boundary. This assumption may not 
be too far from reality if we exclude the possibility of fuel ignition, since convective heat 
transfer in this channel is believed to be negligible. This is because the plate surface in 
this channel might be instantaneously covered by a vapor blanket upon coolant contact 

- 
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with the hot plate surface, along with reduced coolant velocity due to increased coolant 
channel flow area. Results show that regardless of threshold temperature for fuel 
relocatioddispersal, the amount of damaged fuel did not change; that is, 202 fuel plates 
for the worst case. With an assumption of adiabatic boundary conditions, the heat flux on 
the other boundary does not change. Therefore, damage propagation velocity was 
unchanged. 

Summarv and Conc lusions 

One-dimensional heat transfer calculations have been performed to investigate fuel plate 
damage propagation in the ANS reactor during a hypothetical coolant blockage event. 
The. results provide useful insights into how various uncertain parameters affect the 
damage propagation. For the case with no heat transfer to the coolant, high thermal 
conductivity and high initial temperature for plate-2, and full thermal contact area of the 
swelled plates (e.g., the case is described in Fig. 6 as T=620, k=190,'Fa=l), 202 plates, 
equivalent to about 30 kg of aluminum (202 plates x 0.1462 kg), are predicted as 
damaged at the end of 4 s. Also, it was found that the plate damage does not propagate if 
a 52 kW/m2-K or larger heat transfer coefiicient is provided to cool plate-2. The 
inclusion of side plates does not change the calculated number of damaged fuel plates. 
Instead, the energy content of those plates is reduced from about 180 MJ to 168.4 MJ. 
The difference (e.g., 11.6 MJ) has been transferred to the side plates. The mass of the 
side plates experiencing melting is estimated as 7.3 kg. This amount could contribute an 
additional chemical energy source of up to 130 MJ. A substantial portion of the side 
plates heated up to a temperature well beyond melting. Finally, it is cautioned that, if the 
plate damage was initiated in the lower fuel element, failure of the side plate may 
generate fragments that block the coolant channels of a downstream fuel element. 

The present model represents an initial attempt at evaluating the highly complex aspects 
of A N S  core damage propagation initiated by flow blockage. Shortcomings such as not 
accounting for fluid-structure interactions, core debris expulsion due to pressure buildup, 
plate rippling and buckling upon heatup, multidimensional effects, and absence of nuclear 
reactivity feedback will be addressed as necessary during the issue closure process 
wherein the ROAM-type  approach is being employed [ 121. Nevertheless, the present 
model provides useful information on gauging the potential for core damage propagation 
in the absence of dynamic loads and sweepoff and evaluating the direction for further 
development and model enhancements. 

- 

Appendix I Nodal Temperature Evaluation* 

For the surface node (massless) k=l, Eq. (2) becomes 

At the surface, oxidation of the plate surface or radiation heat transfer may contribute to 
form Q 1 in Eq. (I. 1). In a current modeling consideration, however, we assume that no 
energy generation is involved on the surfaces so that Q1 becomes zero. Equation (1.1) 
can be rewritten for To = Tf,L ( h i d  temperature of t-low channel on the left boundary of 
the plate) 

* The numerical solution is obtained from Ref. [7] and was originally based on an unpublished work 
performed by V. Denny. 
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where constants in Eq. (1.2) are given as 

VI = C", + CI, 

c,, = h, 4 1  = hL w Az 

e,, = - - - (fw) Ax 
K~ A12 2 K w & 

where hL is the convective heat transfer coefficient at this surface. 

For interior nodes (k = 2,3,  ......-, kmax-1), successive substitution of similar expressions 
into Eq. (2) gives 

where 
Ck.k+l Ak = - 

' k  

+ ek-l .k B,*-l 
( m  '!')k " 

Bi = - ( .  -t 
' k  At 

'k - 1 ,  k Dk - 1 

' k  
Dk = 

At the surface (massless) node k=kmax, T m + l  = T~,R, giving 

To generalize the solution, Eq. (1.6) is rewritten as 
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where 
- 'k max-l,k rnax Dk niax-1 

Dkmax - 
'k  max 

- ' k  max.k rnax+l - 
' k  max 

where hR is the convective heat transfer coefficient at this surfxe. 

Back substitution of Eq. (1.7) into Eq. (1.4) fork = kmax-1, kmax-2, ....., 1, then gives the 
final form for the assembly nodal temperature distribution: 
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This Presentation Will Cover 

e Objectives of ANS Project & Current Study 
Brief Description of ANS System & Fuel Assembly 

e Description of Flow Blockage Accident 
e Description of Scenario Assumed for Current Study 
e Results and Analysis with Parametric Study 
a Summary and Conclusions 
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ANS System Characteristics 

e 303 MW(t) Heavy-Water Research Reactor Housed in 
a Large Double-Walled Containment Dome 
Surrounded by Neutron Beam Experimental 
Faci I it ies 

e Power Density of ANS Will Be 4 - 5 MW/L (-2 MW/L 
for HFIR & <0.1 MW/L for Power Reactors) 

e Defence-ln-Depth Philosophy Has Been Adopted for 
Safety 
- There are at least two different systems capable of providing 

each safety-related function; critical systems have backups 
that are both redundant and diverse. 



ANS 2-Assembly Core Conceptual Design 

e 

e 

0 

0 

Reactor Core Consists of Two Assemblies 
Each Assembly Is Constructed of Involute Fuel 
Plates with Uniform Coolant Gap (1.27 mm thick) 
in Between Fuel Plates (1.27 mm thick) 
Fuel Plates Are Welded to Inner & Outer Support 
Cylinders 
Uranium Silicide Fuel in Aluminum Matrix (0.762 
mm thick.) with Plate-Type Geometry, Being 
Sandwiched Between 0.254 mm Thick. 6061 
Aluminum Clad 



Objective of the Current Study 

e To Quantify the Degree of Core Damage In Terms 
Of Melted Mass & Thermal State, To Be Used for 
Evaluation of Energetic Loads Due To FCI 

- PRA Shows That the Core Damage Initiation Risk Is 
Dominated by Core Blockage Events 



General Description of the Accident 
Progression in ANS 

a 

Due to Coolant Inertia 

Due to Rapid Expansion of Water 
Trapped in Melt Globule 

Debris Blowout of 
Assembly 

I \’ I 

I 
I Fuel Heatup/Melt 

\ 
1 Debris Candle Down & Due to Low Coolant Inertia 

Only Possible for Limited- or 
No Fuel Swelling 

No Melt Contact to 
Next Plate 

No Fuel Removal Due to Thermal & 
Mechanical Stress Plate Bowing 

I 

Melt Contact to Next Due to Fission 
Product Vapor Release 

’ 
Fuel Swelling 

Due to Pressurization 
of Coolant Channel 

Due to Internal 
Pressurization of Channel Debris Expansion 



Core Damage Propagation Mode for 
Flow Blockage Accident 

I Accident Initiatiod 

ltlL4-1 Early Termination 

Yes 

(2) (3) ( 4 )  

Dispersed Debris Debris Relocates in RCS Downwards Steam Explosion 
4 

I I I e3 Recriticality 

I 

DebridStructure Propagating Single Steam 
Interaction Steam Explosions Explosion 

V 
Mccl Boundary 

Structure Failure 
& Missile 

Generation ? 



Accident Scenario Assumed 
For Current Study 

e 

e 

e 

As Initial Condition, Both Coolant Channels 
of a Plate Are Completely Blocked 
= Blockage Is Assumed To Lead to Core 

Melting 
Affected Plate Heats Up To Melting & 
Swel I i ng 
Swelled Melt Moves Laterally To Contact 
Next Plate 
Upon Being Contacted, Neighboring Plate 
Heats Up & Melts Unless Sufficient Cooling 
Is Provided at Surface 
Such Fuel Damage Keeps Propagating Until 
an Overall Balance Between Heat 
Generation & Cooling Is Reached 

AN S Fuel A ssem b ly 

/ Coo lant 
Flow Blockage 
by Foreign Material 



Q 
0 
L 

oi) 
S 
I- - 
I. 
0 
a 
U 
0 

ci 
X a 
Z 
0 

a 
w 
L 

6 
Q) > 
0 =r 
0 w 

- a 
3 
LL 
0 w 
a 
3 

a, 
a 

n 
* - e 

CI a 
Q) 
E 

c 



Assu m pt ions 

0 1 =Dimensional Multi-Layers of Rectangular Plates Separated By 
Coolant 

e No Material Movement Except For Lateral Swelling of Fuel Meat - Damage Propagation Without Melt Removal to Make 
Conservative Estimates for Energetic FCI Evaluations 

No Distinction Between Fuel Meat & Clad 

o Fuel Swells Upon Complete Melting - Thermal Contact Between Fuel Plates Upon Swelling Enhances 
Damage Propagation 

o No Chemical Energy from AI-H20 Reaction is Involved 

o No Plate Failure/Propagation from Dynamic Loads 



Assu m pt ions (con t i n u ed) 

One Melting Temperature (853 K) & One 
Vaporization Temperature (2,767 K) 
Constant Reactor Fission Power Is Assumed 
During Transient (303 MWt for 4 s) 
Constant Convective Heat Transfer Coefficient & 
Constant Coolant Temperature 
Transient Calculations Were Performed Until 
Successful Reactor Scram (4 S) 

o Vaporized Fuel Plates Do Not Relocate 
= Effect of Their Removal Will Be Shown In A Parametric Study 

~ 

~ 



Model Description 

N meshes. 

Numerical Scheme Needs 
to be Highly Efficient 
Because Problem is 
Extremely Stiff 

Implicit Finite-Difference 
Approximation Utilized 
Applying Quasi- 
Linearization Tech n iq ue 
For Dynamically Changing 
Nodalization As Damage 
Propagates 
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Uncertain Parameters 

Initial Temperature of Plate Being Contacted By 
Melt (388 K & 620.5 K) 
Thermal Conductivity of Swelled Fuel Melt 
(190 8t 10 W/m-K) - Substantial Reduction in Fuel Conductivity Upon Its Swelling 

Thermal Conduction Area (50% 8~ 100% of Initial 
Plate Surface Area) 
Convective Heat Transfer Coefficient 
- Considering Possible Extensive Flow Excursion & 

(Due To Increased Void Volume) 

Corresponding Flashing In Affected Channels, It Is 
Conservative To Choose Zero Heat Transfer To Coolant 



Number of Damaged Plates for the 
Cases Without Support Cylinders 

h (W/m2K)a 388-10-O.Sh 388-190-1 h 620-10-0.5 h 620-190-1 h 620-190-0.5b 
0.00 x 100 64 123 116 202 174 
5 . 0 0 ~  103 56 112 98 182 154 
1.00 x 104 48 102 78 158 132 
1.50 x 104 40 92 58 134 110 
2.00 104 30 82 38 102 80 
4.00~ 104 12 64 12 74 54 
5.00 104 2 48 2 56 44 
5.04 104 46 54 
5.08 x 10 46 52 
5.12 104 42 50 

5.18 104 34 42 
5.16 104 40 46 

5.20 x 104 2 2 2 
3 Convective heat transfer coefficient 
b Case dcscription: Case T k Fa 

388- 10-0.5 388 10 0.5 
388-1 90-1 388 190 1 
620-10-0.5 620 10 0.5 
620- 190- 1 620 190 1 

620-1 90-0.5 620 190 0.5 
where T is initial temperature of plate-2 (K), k is thermal conductivity of swelled plates (Whn-K), 

and Fa is fiztional contact m a  upon fuel swelling. 



Results for the Case 
without Support Cylinders 

The Case of High Initial Contact 
Temperature with High Thermal 
Conductivity & Full Contact Area 
(T=620,k=l90,Fa=I) Yields 
Highest Number of Damaged 
Plates (202) 

e With Heat Transfer Coefficient of 
52 kW/mn-K or Larger, None of 
the Cases Shows Damage 
Propagation 
- 100 kW/m2-K During Normal Operation 
- Data from Flow Blockage Test Facility 

Indicate : 
-20-40 kW/m2-K for 25% edge blockage, 
& -50 kW/m2-K for 35% center blockage 

200. 

150 

100 

5 0  

0 

T=388,k=lO,Fa=0.5 
__ft_. T=388,k=190,Fa=l 
-+ T=620,k=1 O,Fa=0.5 

T=620, k= 190, Fa= 1 
T=620,k= 190, Faz0.5 
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Convective Heat Transfer Coefficient 
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Effect of Fuel Melt Removal 
on Damage Propagation 

e 

The Molten Fuel (Node) Is Forced To Disappear at a 
Certain Temperature 
- 863 K ; 10 K above melting temperature (melt being swept by coolant) 
-1500 K ; temperature high enough to trigger aluminum ignition 

Plate Surface That Was Contacted With Disappeared 
Node Was Assumed To Be Adiabatic 
Same Results Were Predicted As The Case With No- 
Melt Removal Assumption 
- Heat Flux at Damage Propagation Front Was Evaluated To Be Same As 
That for the No-Melt Removal Case 



Summary and Conclusions 
t 

o All the Variables Used for Parametric Study Are Important, and 
Need To Be Better Estimated for Mechanistic Evaluation of Core 
Damage Propagation 

a Sufficiently Large Plate Cooling (52 kW/rnn-k) May Prevent Damage 
Propagation 

e For the Worst Case (620-190-1), Core Damage Can Be Summarized 
As: 
- 202 Plates Equivalent to -30 kg of Aluminum & 180 MJ of Thermal Energy 
- With Support Cylinders, Additional -7 kg of Aluminum Melt (If Ignition 

Occurs, It Would Be Equivalent To -130 MJ of Additional Chemical Energy) 
o It Is Cautioned That, If Plate Damage Initiates in the Lower Fuel 

Assembly, Support Cylinder Failure May Generate Fragments That 
Block the Coolant Channels of Downstream Fuel Assembly 


