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ABSTRACT creep response and affiliated damage mechanisms of some
Tension-tension cyclic fatigue tests (triangular waveform, silicon nitride materials have been methodically examined in

Omax = 100MPa, R=0.1) were conducted on hot tension, llowever, these studies were conducted on either
isostatically pressed (HIPed) silicon nitride at frequencies immature material by today's standards (Liu and Brinkman,
spanning several orders of magnitude (5.6 x 10-6 to 0.1 Hz 1987) or on material that is no longer commercially available
or 10-3 MPa/s to 18 MPa/s) at 1370°C in air. The amount of (Lin, ct. al., 1994).
cyclic creep su'ain was found to be _, function of the frequency The motive of tile present study was to examine the utility of
or stressing rate wAh greater strains to failure observed as the extending values and parameters generated from static creep
frequency or stressing rate decreased. The total strain was tests to predict cyclic loading response. Numerous tensile-
viewed as the sum of elastic, anelastic (or transient static creep tests have been reported in the literature the last
recoverable), and plastic (viscous or non-recoverable) strain few years on various silicon nitrides (Ferber and Jenkins,
contributions, after the empirical Pat and Matin model. The 1992, Ding, ct. al,, 1994, and Menon, ct. al., 1994), therefore
plastic strain was found to be the dominant component of the an extensive database is available for static creep tests. The
total creep and was unsatisfactorily represented by the Pat and ultimate goal is to be able to take advantage of the more
Marin model. To circumvent this, a time exponent was extensive static creep databases to predict cyclic creep
introduced in the plastic strain term in the Pat and Matin response via an appropriate model.
model. This modification resulted in good correlation between The present study: (1) extracts data from previously
model and experiment at the slower frequencies examined but generated static creep tesi.,; conducted on a HIPed silicon nitride
over-predicted the cyclic creep strain at the faster frequencies, material, (2) describes strain relaxation tests that were
The utility of using the modified Pat and Marin model to conducted as an analytical supplement, (3) describes how an
predict cyclic creep response from static creep and strain existing empirical model, that describes static creep, was
relaxation tests is described, modified to accommodate dynamic or cyclic loading, (4)

predicts the cyclic creep response using information from the
INTRODUCTION static and strain relaxation test sources, and then (5)compares

Many structural components are subjected to cyclic loading it with experimentally generated cyclic creep responses.
at elevated temperatures. For example, a cyclic change in Along the way, important insights were made with regards to
angular velocity of a spinning gas turbine rotor will change the role of the viscoelastic or anelastic secondary phase on the
the centrifugal force and corresponding stress in a cyclic cyclic creep performance and are presented.
fashion of any given point within the rotor's material. For
lifetime prediction, it is important that the component
designer understands the candidate material's response to such
a cyclic stressing condition, However, high temperature,
tensile, cyclic fatigue data for structural materials such as
HIPed silicon nitride is lacking in the literature. The cyclic
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MATERIAL DESCRIPTION AND EXPERIMENTAL accommodate variable stressing conditions ill its prediction of
PROCEDURE creep strain, In the Pat and Marin (PM) model, the total

PY6 silicon nitride 1 was the material extunined in this isothermal strain (tzt,) at any time is composed of three

study, The material contained 6 wt% yttrium oxide as a independent terms; the elastic strain (re), the anelastic or
densification aid. Specimens were cold isostatically pressed, transient or recoverable non-elastic strain (E:a), and the plastic

glass-encapsulated, and then lllPed, The as-received or non-recoverable strain (ep), This is represented by:
microstructure consisted of acicular-shaped grains (typically =
0,7-l,5 I.tm x 4-10 I.tm) mixed with equiaxed grains (= 1 tam ft' = _'.e+ ra+ _p (1)
diameter), These silicon nitride grains were separated by thin where, o

layers (==1-3 nm) of an amorphous yttrium-silicon oxynitride. _e =_, (2)
However, most of the secondary phase was located at multi- , d
grain junctions, X-ray diffraction was conducted on the as- ra =(-_ (Ea) = ot (C1 011 - l;a) (3)
received material of one of the test specimens and _-Si3N 4 was and,
identified along with a trace of a-Y2Si207 (JCPDS#21-1457), E'p= C2 on, (4)
The ot-Y2Si207 phase was mostly at the multi-grain junctions,

Button-head tensile specimens (6,35 mm gage dialneter and where o is the applied stress, E is the Young's Modulus, ct is a
35 mm gage length) were used. Tension-tension cyclic tests variable that is equal to the inverse of the relaxation time
were conducted at 1370°C in ambient air (40-60% RH and constant and is representative of the viscoelastic behavior,

25°C). A triangular waveform was used in ali tests with and C 1 and C 2 are constants, Eq, 3 was proposed by Pat and
C_min/Oma x = R = 0,1 and Oma x = 100 MPa, Specimens Matin because they argued that the transi_mt or anelastic strain
were loaded at one of several frequencies (or stressing rates) is not proportional to the stress, but to stress raised to some
that varied over several orders of magnitude, Tc.st frequencies power, In addition, Pat and Marin acknowledged in Ett. 3 that
were 0,1, 0,0056, 0.00056, 0,000056, and 0.0000056 Hz, the anelastic strain rate decreases with an increase in the

which corresponded to stressing rates of 18, 1, 0,1, 0,01, and anelastic strain and approaches zero when the anelastic strain
0,001 MPa/s, respectively, Due to a limitation in the number reaches an asymptotic value, From Eq, 3, the relation
of specimens, only one specimen per frequency was tested. As containing ra can be rewritten for any function of stress that is
a supplement to the cyclic testing, strain (or creep) relaxation dependent on time as:
tests were conducted at 1370°C, This involved removing a
100 MPa stress from a tensile specimen in a matter of a few _a + ct r a = ct C 1o n = ct C1 F(t), (5)
seconds and monitoring the strain or creep recovery as a
function of time, The motive behind the strain relaxation tests where F(t) can be used to represent any time dependent function
was to examine the relaxation behavior of this material at of stress, Eq, 5 is a first order differential equation and the

1370°C and to correlate it with the cyclic behavior of the solution can be obtained using l.aPlace transforms. The
material, solution is t

Ali tests were conducted on electro-mechanical tensile test f
machines in electronic closed-loop load control, 2 Specimens ra = ct CIj F(t-_) e'a_ d_ (6)
were heated using a compact two-zone, resistance-heated 0'

(MoSt 2 elements) furnace having six elements per zone, where _ is the shift or translation time (a property of the

Specimen grips were positioned outside the furnace hot zone. LaPlace transform), The solution to Eck 4 is simply

The grips and couplers were tensile-load-activated and were f ; I
designed to minimize specimen bending, Specimen rp= i_ dt =C 2 o n dt (7)
elongation was measured over a 25 mm gage length using a (
high temperature, contact extensometer that employed a For static creep (c_ = constant) 'he PM model represents the
capacitance sensor. Extensometer accuracy and stability of total creep strain as
approximately 0,5 I.tm over the 25 mm gage length was (_

achieved, Personal computers were used to acquire load, load ft' = _ + CI c n ( l-e "cit ) + C2 e;n t, (8)
error, specimen elongation, and furnace temperature data as a
function of time. This model may ultimately be used for static, dynamic, and

cyclic stressing, as long as the correct time dependence of
RESULTS AND DISCUSSION stress is employed, The PM model predicts that the total strain

as a function of time (combining Eqs, 2, 6, and 7) for any

Modification o[lhe pao and Marin Model static or non-static stressing condition is:- t

The empirical Pao and Marin model (Pat & Marin, 1953) c f OI
was chosen because it was already in a form that could readily _;t'= _,+ ct C1 F(t-_) e'(Z_ d_ + C 2 _ n dt. (9)

,i, _

IGTE Laboratories, Inc., Waltham, MA (1989-90 vintage), Eq, 9 simplifies to Eq, 8 when a constant stress is applied,
2Model 1380, lnstron Corp,, Canton, MA.
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The PM model represents the plastic component of creep as

being linearly dependent with time (i,e,, a viscous-like,

permanent creep response that ultimately represents steady- "_ _ r.,.,7 .... , ........ _._..., ...... ,,..,

creep is not linear with time for the Si3N 4 investigated in the _
present study, The plastic strain is dependent on time to an _.r,ooo
exponent less than one, Furthermore, the plastic component
of creep constitutes a significant contribution to the total _ ;_ooo1.1J

creep strain, especially at long times, Fig, 2 shows that the _ _so0F -1
. _ / AT UNLOADING:

magnitude of the total recovered anelastic strain becomes more o _oo0r / Pt.AS'ncSrRAIN,_aSO,e "_
insignificant as the total creep strain increases with time, cn_ f/ ANELASTIGSTF_, IN=530"#_

plastic strain eventually becomes th,. dominant contributor to o ............................. .a
the total strain at 1370°C in PY6 silicon nitride A time 0 a ,L B 8 _0 _2 _,_ _6' TIME (h)

exponent not equal to one and the eventual dominance of the

plastic strain on the total creep strain amplifies the error FIG, 2. AS THE TOTAL ACCUMULATED STRAIN (r.t)
associated with the assumption that the plastic strain is INCREASES, THE RATIO OF,sa'& t BECOMES SMALLER,
linearly dependent with time. To address these issues, the I'M

_a' IS CONSTANT AND DEPENDS ONLY ON THE
model was modified in the present study by inu'oducing a time CHANGE OF STRESS ASSOCIATED WITH UNLOADING,
ex[mnent (m) parameter into the plastic strain term (i,e,, tile
third term in Eq, 9), The modified Pac and Marili (MPM)

model then is represetnted as: t Pao_MartnReofesentalion:

et=_+aC 1 F(t-_) e'_ d_ +C 2 C n tm dt,(10) e_, _o. __
O' (

where _:t now represents the total strain for any time, The = +

modified plastic term in Eq, 10 will be referred to as E:pm, In _ t
addition, a different stress exponent (n') for the modified
anelastic strain (ram) was also introduced to account for the
possibility that the stress exponent for the anelastic strain Moa_,mOaoSMa,nR,Wr,,_r,t.,_or,:
term may not be the same as that for the plastic strain term. As

an example of this for the case of an applied static stress, GI ... e./,-._m_" epm_

n'_: n in the second term of Eq. 8, Qualitative descriptions _ = _..__ +
of the independent elastic, anelastic, and plastic components
for the PM and the MPM models are schematically shown in t --.----.--_.t '_------,t t
Fig, 3,

FIG. 3. EXAMPLES OF QUALITATIVE STRAIN
RESPONSES FOR AN APPLIED STATIC STRESS ARE
SHOWN FOR THE MP AND MPM MODELS.

I0000 _

EXAMPLE:
STATIC CREEP Experimental Results

z 75 MPa. 1370°C

/ ,
a. .,_m=O.36 .Strain Relaxation Behavior..,. Strain relaxation testswere conducted at 1370°C to determine the values of the

.,I 'i11

parameters which describe the anelastic strain, t:am, qhe strain

" _0oo relaxation behavior characterized from unloading was taken as
o congruent to the behavior on loading, which has beenp..

s0o _ .... previously demonstrated for HIPed silicon nitride (Wereszczak.
o._ _ _o _oo Kirkland, and Ferber, 1994), The strain recovery and the

TIME(h) primary creep mechanisms are believed to be equivalent and
result from the viscoelastic response of the amorphous grain

FIG. 1. FOR PY6 SILICON NITRIDE, THE PLASTIC boundary phase and the sliding of the grain boundaries, which
COMPONENT OF CREEP IS DEPENDENT ON TIME TO AN is accommodated by the elastic deformation of the material
EXPONENT LESS THAN ONE, adjacent to grain asperities between the grains (Lange, Clarke,

and Davis, 1980),

The relaxation time constant (q)_ _, n', and the constant C I
were cletermined, ot is simply the inverse of q (i,e,, (_ = l/q),
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For this test, a tensile stress of 100 IVlPa was reduced to

approximately 7 MPa; it was not completely removed to

maintain specimen alignment, Several relaxation tests were "_ 6oo .... , .... ,....,
conducted to examine any dependence of q on: (1) the hold time

(O,1, 1 h, and 10 h) at 1OO MPa prior to load removal, (2) _ ._0
different amounts of total creep strain, and (3) the amount of _ / Ao=oo_F,a

400 / q = 0.7 h
stress removed (Aa), It was found that q was independent of the
hold time at peak stress prior to unloading and also _ ao0 t,

independent of the total strain accumulated, The total amount ,-._ 1_.__ _2_

of ta recove. Ttea') was found to be linearly dependent on Aa _.
over the cb', ,ges in stress examined (i.e,, n'=l), lt exhibited

O 100

the relatiot_ :a' _ 6*Ao for 54 MPa <Ao < 93 MPa where
t a, arid o h - units of laE:and MPa, respectively. An exalnple fr 0 -,---'-_ • ' • ' '- .....
of a strain ,¢laxation test history is shown in Fig. 4 The 0 5 to _5

' TIME (h)

elastic load, tc, is subtracted or_lt from the strain shown in

Fig. 4, so the decay shown is strictly due to anelastic FIG. 4. AN EXAMPLE OF A STRAIN RELAXATION TEST
recovery, tam. The relaxation time constant is equal to the

HISTORY. ta' IS THE TOTAL RECOVERED ANELASTIC
time it took for 63% (i,e,, e"l) of I_a, to recover, Although it

STRAIN AND THE RELAXATION TIME CONSTANT, q, IS
was debatable whether or not t a, was indeed ever attained,

THE TIME lT TOOK FOR 63% OF _a' TO BE RECOVERED.
(i,e., aa = 0), even after days at the unloaded stress, in
practicality e*a = 0 after ---4-5 hours, lt was determined that
q=O.7h = 2500s or that o_ = 1.4 h'l = 0.0004s'1 A

single relaxation time constant was determined to represent _0 _,,,,, i
the relaxation behavior for the sake of simplicity, however,

ts_.,oo,.,,,c_.oo_MP,_, \

evidence suggests that a spectrum of relaxation constants may - f /c,.o_Mp,_, _ _
be more representative (Lange, Clarke, and Davis, 1980, and _ ,_®0

AronsandTien, 1980). Combining the data from Fig. 4with i [; \ __-'

" -- -- 9 F " _ MP l l

Eq. 7, CI was determined to be 2.6x 10"3/tz. This obtained ,_o [/ \ ._'__"_c_,,P,_.

values for tz, n', and C 1 were used in Eq, 10 for ali _malysis. _ __

Cyclic Fatigue Behavior. The strain-time histories ,9.o u,_

for the five cyclic fatigue tests are shown in Fig. 5 and __.1 MP,ro sF._p_p,
compared with previously generated static creep histories °o ,_o ,_ ,.,.o _oo
(Ferber and Jenkins, 1992). The test matrix, number of cycles, r_ME(h)
and times to failure are listed in Table I. As the frequency is

slowed, the general ta'end is towards more extensive total creep FIG. 5. STRAIN-TIME HISTORIES OF CYCLIC FATIGUE

strain. Specimens PY6-1 and PY6-2 were tested at the two TESTS (CF)ARE COMPARED WITH STATIC FATIGUE (SF)
fastest frequencies and their strain-time histories fell between STRAIN HISTORIES GENERATED IN A PREVIOUS STUDY

the range of the static creep histories of specimens tested at 50 (Ferber and Jenkins, 1992).
and 60 MPa. The average tensile stress of the triangular

waveform used in this study was 55 MPa, so it is not MLR on creep strain as a function of stress and time was
altogether surprising that the strain-time histories of at least performed on the natural logarithm of the integrand in the third
some of the tested specimens fell within this range, term in Eq. 10 or,
Specimens PY6-3, PY6-4, and PY6-5 exhibited more total

creep than the static creep test at 60 MPa, even though their ln(tpm) = ln(C 2) + n In(o) + m In(t), ( 11)
average stresses were still 55 MPa. Possible reasons for the

greater total creep strains shown by specimens PY6-3, PY6-4, for four static creep stresses of 50, 68, 75, and 100 MPa. lt
and PY6-5 will be revisited in later discussion. The strain was was determined that C2=0.0OO104, n = 3.256, and m=O.324.
not continuously monitored with the contact extensometers lt is noteworthy that the stress dependence on the total creep
for tests PY6-1 and PY6-2 to avoid damage to the instrument, strain was found to be 3.256 in the present study, while the
so strain was periodically measured at discrete thnes; these are stress dependence on the minimum creep rate was previously
the "tick" marks present in the strain histories of these two determined to be 4.7 for PY6 at 1370°C (Ferber and Jenkins,

tests. 1992). The time exponent of 0.324 is quite close tta the 1/3
To determine the values of the parameters associated with predicted by the classical Andrade analysis (Andrade, 1914).

the plastic component of the MPM model, Cpm, multi-linear The experimental data and the fitted curves are shown in
regression (MLR) was employed on static creep data Fig. 6. Even though the total strain is plotted as the ordinate
previously generated on PY6, (Ferber and Jenkins, 1992),
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Table I, TEST MATRIX AND CYCLIC FA'lqGUE RESULTS,
TRIANGULAR WAVEFORM DESCRIBED BY R = 0,1 AND

Omax = 100 MPa,
Stress # of Time to i2o ..... ,,, • +-,

Specimen Freq, Rate Cycles to Failure "a" 100 =, Icorrespondsto:
ca. A I 0,01MPa/s

ID .... (]-Iz) , Failure h) _ ,_" '_ [%, = 100MP,
PY6-i 0,1 18 406(K)0"] 1129+- _ 80 '

..................
PY6-2 0'0056 1 4939 247 uarr

' I.- 60
PY6-3 01000i6 0,1 248 124 , to

"--PY6-4 0,000056 -0,01 149,5 747.5 t.q• ,,, , _ 40
PY6-5 0,0000056 -0,001 8,4 419 zuJ

_' Test interrupted, spechnen did not fail, _ 20

in Fig, 6, the use of it (versus just the plastic strain) does not 0 1 2 3 4 5 6
affect the slope determination of the plastic creep time TIME(h)
exponent (i,e,, m) on the log-log plot because the elastic and
anelastic contributions are small and effectively constant over
the life of the test, These three values of C 2, n, and m were 5000 --r, , , I .... _,_, '-i_, ' "T" ' '_--1 -'r'_'w-'_-

used in Eq, lO for ali analysis, --=--ro_,<_
--I_.. EI-IIIo (t,)

4000 ,.=_*,,-Ane_l=Io (t

PIa,II¢= (t,,,,) / ._

12000 - I _ ,_ 3000 _"-

'-- 00 MPa (EXPT) I_F [' _ (b)e =C,o"t" _ //
10000 J pm , I _ 100 MPa (PRED)I_ ]

where, I ,,,=.-'* 75 M_Pa (EX_P_T) J J _ 2000

I C =0.000104 [- -.75MPa(pRED) I

8000 'n=3,256 1---.68MPa (EXPT) I'i tO00Z

I" .... 50 MPa (EXPT) I
_)O0 EL"' '50 MPa (PRED)Jq 0

u_ .4"f" o , z a 4 5 8
LU 4000 ,4¢ F_ TIME (h)

.-- "...... FIG. 7 FOR AN ARBITRARY TRIANGULAR WAVEFORM
iv III j __'1 d'J_a _ii

o ' , • , .... , (a), AN EXAMPLE OF ELASTIC, ANELASTIC, PLASTIC,
o 2o 4o oo 8o 1oo AND TOTAL STRAINS ARE PREDICTED (b) FOR ONE

TIME (h) CYCLE USING Eq. 10,

FIG. 6, THE VARIABLES C2, n, AND m WERE The predicted {'its for the five specimens tested in this study
DETERMINED FROM MULTI-LINEAR REGRESSION OF are shown in Fig, 8 along with the experimental creep strain-
TOTAL CREEP STRAIN VERSUS "rIME FROM STATIC time curves, The experimental cyclic creep curves exhibit
CREEP HISTORIES PREVIOUSLY GENERATED (Ferber continued increases in their total strain indicative of creep
and Jenkins, 1992). rachetting behavior (Kraus, 1980). A large discrepancy

between experimental and predicted cyclic response was
The MPM model described by F,q, 10 was used to observed at faster frequencies or faster stressing rates. 'I'hi,;

numerically fit the experimental data, The values of the discrepancy lessens as the test frequency was decreased, but it
parameters used in the analysis were: o_= 1/q = 0.0004 s"l, remained substantial for stressing rates equal to and above 0,1

CI = 0,0026/ot, n'=l, E= 300GPa (43,5x10 6 psi), MPa/s, as shown in Ftgs. Sa-c. Data was only predicted for
C2 = 0,000104, n =3,256, and m= 0,324, As nta durations of about 5,5 and 50 hours for specimens PY6-1 and
illustrative example, Figs, 7a-b shows an arbitrary triangular PY6-2, respectively, because computation time was excessive
waveform and the prediction of elastic, anelastic, and plastic and the discrepancy between experiment and prediction became
strain, and their sum, for one cycle of an arbitrary triangular evident after short times. The magnitudes of total creep strain
waveform, Units of MPa and ptr (or pm/m) were used predicted for 0,01 MPa/s were approximately equal to those of
consistently throughout the analysis, the experiment, as shown in Fig, Sd, although the creep rates

were dissunilar throughout the test duration, The prediction of
the cyclic creep response was quite good for the 0,001 MPa/s
test, as shown in Fig, Be, The predicted total creep strain

profile was coincident with the experimental data up to
approximately 175 hours, but the overall increase in the
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experimental creep rate after 175 h suggested an onset of
tertiary creep, Tertiary creep behavior is a phenomenon that is

" ' 1 1 i I '1 ' I

not addressed in the MPM model, 20000 'I_.,,,.,EXpERIMENT ] O,1 MPMs: PY6-3A possible reason why the MPM model over-predicts the ":
cyclic creep strain at faster test frequencies and stressing rates _ i[ :-----P..REOIOTED(Eq.10)] _

w- thee0
may be due to the changing nature of the material's elastic z"
stress limit, The effective elastic limit 3 is a function of the _ _ .

stressing rate for PY6 silicon nitride and decreases with ft. rODeO

decreasing stressing rate at 1370°C. This trend has also been uJt"
reported for hot-pressed silicon nitride (Ohji, ct, al,, 1987).
"lhc dynamic fatigue, stress.strain history was reported by Lin, _ seco
et, al, (Lin, Jenkin, and Ferber, 1993) for PY6 at 1370°C, That
data traversed over thousands of microstrain, however, only 0 _.___.a_____ ........
the first 800 pl" ( or 0,08% strain) of it are shown in Fig, 9. ,-,o 40 0OTiME(h)8° Ioo _:,o 14o
Four of the five stressing rates shown match rates used in the
present cyclic fatigue study; 37 MPa/s was included as a
comparison to show a faster stressing rate response. Although
it is somewhat of a subjective determination, the effective _ r,oooo _ - , --, , , --'r---'r----"

elastic limit is somewhere between =80-1OO MPa for 1 MPa/s "_j- 40000 "---,-EXPERIMENT_PREDICTED (Eq, 1:1) 0,01 MPn/s :PY64(d)

and as low as = 30 MPa for 0.001 MPa/s, Note that these _stressing rates were used in the present cyclic fatigue tests on soooo
specltnens PY6-2 and PY6-5, respectively. The MPM

_oooo

1000010000 - • T v "_ v -- _ - i -_
18 MPaCm: PY6-

J '-''= EXPERIMt=NT l (') 0 . I .. = .. t . i i _. i ..1
'_, _)O0 1 _PREDIOTED (Eq. t0) I 0 100 200 300 400 500 1100 700 800,a-.
z' ' TIME (h)

40000 , .... _ _ v .....
Inlefrupted flier

406800 oyelel Jo I-----,EXh_'_TMENT" ooct_,4P,_oovs.s
I-. 2000 oi 1129h ._ 350_0 I_PREDIgTED (Eq 10) (e)

,,.;-. 30000
0 .... I - ' '" _ 25OQ0I 2 3 4 5 8 7

TIME (h) o_ 20000

16000 __ , , , , ..... I" - _ 5000

EXpI=RIMI=NT J ! MPI/.: I:)Y0-:)

14000 _PREDICTED (Eq. 10)J (b) 0 -- --
• __ o loo 20o 30o 400 soc

_- 12000 TIME (h)

8OOO FIG. 8, EXPERIMENTAL CYCLIC CREEP STRAIN AS A
oooo _.,.d,,., FUNCTION OF TIME IS COMPARED WITH DATA

4939 cycle|

4ooo o,_47, PREDICTED USING THE MPM MODEL FOR SPECIMENS

o 2ooo _._,._ _ (a) PY6-1, (b) PY6-2, (c) PY6-3, (d) PY6-4, and (e) PY6-5,0

0 10 2O 30 40 50 80

TIME (h) model predicts a plastic contribution to the total strain for ali
stresses during each cycle; whereas in the experimental case,
there may only be a plastic strain contribution for stresses

3 The present reference to an "elastic limit" is somewhat of a above the elastic limit for that corresponding stressing rate.

misnomer. At elevated temperatures where anelasticity is active, the For cyclic tests I)Y6-1, PY6-2, and i)Y6-3, the frequencies or
strain limit describing the onset of non-linearityis due to elastic plus stressing rates were fast enough where there was not an

anelastic effect._(Lubahn, 1953), However, for the sake of appreciable amount of time above the elastic limit for each
convenience, tltis limit in the present study is referred to as the "elastic
limit." stressing rate to accumulate the total strain predicted by the
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MPM model, This lack of acknowledgment of the elastic lilnit faster frequencies or stressing rates where the critical strain is
will cause the MPM model to consistently over predict the not attained, Indeed there is some accumulation of plastic
total cyclic creep strain at faster frequencies or stressing rates, strain evident in Figs, 8a-c for the faster frequencies; therefore,
At the slower stressing rates of 0,01 and 0,001 MPa/s, the for this argument to be valid, an anelastic strain threshold
relatively low elastic limit coupled with the long times that must have been tnet for each cycle although the corresponding
the stress in each cycle is in excess of it results in more accumulation of plastic creep was relatively small. Of the

representative predictions of total cyclic creep strain, arguments based on the plastic strain first requiring the
attaiament of a critical stress or strain, the latter is more

versatile because it can more easily reconcile plastic

a_o .._..., .... , .... ,..._ .... . .... -..... r_.... deformation under fast frequency cyclic and static loading
"r.EE_sr_ t.ju_r co nd iti ons,

FOR EACH STREBfllNG 37 MPa/_
RATE FALL8 WITHIN

is0 predict creep strain whose plastic component only becomes•r.18m-RA_.'w_.oow" _ In the future, the MPM model will be further refined to
::,_?:_:::..... _ ............. . activated once an elastic stress limit is exceeded or an anelastic

1oo strain threshold is saturated, This refinement shall correct, or
u'l /_ _:_ at least lessen, over predicted creep strains and more accurately
i of materials such PY6 silicon

reflect cyclic creep response

_i;::_:: 1 " nitride,

as

o '"_o' .................2oo 3oo 4oo__ _ 7oo 8oo CONCLUSIONS
TENSILESTRAIN(i_¢) 'lhc aJnount of tension-tension cyclic creep strain was found

to increase as the frequency or stressing rate of a triangular
waveform (Crmo x = 100 MPa and R = 0,1, average stress ofFIG. 9, AS THE STRESSING RATE IS DECREASED, THE

ELASTIC LIMIT DECREASES AND PLASTIC CREEP cycle = 55 MPa) decreased for PY6 silicon nitride at 1370°( ",
OCCURS AT LOWER STRESSES, CREEP STRAIN DATA For frequencies of 0,1 and 5,6 x 10"3 Hz (stressing rates oi'

18 and 1 MPa/s, respectively), the amount of cyclic creep
IS EXTRACTED FROM REPORTED TESTS IN Lin, ct, al,,

strain fell within a range bounded by static creep responses of
1993. 50 and 60MPa. rho total cyclic creep strain increased

Instead of a critical or elastic stress limit argument, the continually for comparable times for frequencies of
5,6 x 10 .4 Hz, 5,6 x 10 -5 Hz and 5,6x 10 -6 Hz

perspective of a threshold strain to explain the cyclic creep (stressing rates of 0,I, 0,01, and 0,001 MPa/s, respectively),
behavior also may be used, In this case, plastic strain only A modified Pao and Morin model was successful at predicting
accumulates if Earn is saturated or reaches some threshold representative low-frequency, cyclic creep responses from data
anelastic strain (i,e., Epm increases only ii' Cam = Ea° or
Earn = constant • Ea'), The basis for this comes from at least and creep parameters extended from static creep and strainrelaxation tests, The model predicted cyclic creep strains
two sources, Lin, et, al, 1994, experimentally found that

similar to those experimentally determined for
cyclic loading of PY6 (0,1 and 10Hz) at 1370°C always ytelded 5,6 x 10 -5 Hz, lt very accurately predicted the cyclic creep
less accumulated creep strain and longer lifetimes than static response for 5.6 x 10-6 llz,
loading at comparable stresses, In that study, it was Sl_culated The modified Poe and Marin did not satisfactorily predict
that the viscoelastic or anelastic nature of the secondary phase cyclic creep response at frequencies equal to and faster than
acted in concert with the fast cyclic loading and unloading to 5,6 x 10 -4 llz. The model overpredicted the cyclic creep
slow the normal accumulation of creep damage, In a second strains at these faster frequencies, The model predicts the
study, cavitation (a permanent or plastic damage mechanism)

contribution of plastic strain for ali stresses in the cyclic
was shown to account for as much 85% of the total creep strain waveform used, however, it is evident that an elastic stress
(l..uecke, et al,, 1993); however, the attainment of a small limit or an anelastic strain threshokl needs to be attained prior
amount of accumulated strain was necessary before cavities

to the accumulation of plastic strain,
were detected, Both these studies support the claim that a
critical strain (in this case, nn anelastic strain) needs to be ACKNOWLEDGMENTS
attained in order for plastk deformation to become active, Research sponsored by the U,S, Department of Energy,
This critical strain may indeed be stress dependent in a similar

Assistant Secretary for Energy Efficiency and Renewable
fashion to the dependence of _a' on the A_3 from the strain Energy, Office of Transportation Technologies, as part of the
relaxation studies, If the anelasttc strain is saturated, then no
more anelastio strain can be accommodated and high local Ceramic Technology Project of the Propulsion System

Materials Program, under contract DE-AC05-84OR21400 with
stress intensities may develop which act to nucleate cavities,

Martin Marietta Energy Systems, h'lC,The MPM model does not take into account that the onset of
The authors wish to thank Dr,'s B, Gleseke, !I,-T, [.irl, and

plastic deformation requires a threshold of anelastic strain to A, E, Paste for reviewing the manuscript and for their helpful
be met; consequently, it will over predict the plastic strain at
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