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BEAM-BASED MEASUREMENTS OF
PERSISTENT CURRENT DECAY IN RHIC*
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Abstract

The two RHIC rings are equipped with superconducting

dipole magnets. At injection, induced persistent currents

in these magnets lead to a sextupole component. As the
persistent currents decay with time, the horizontal and ver-

tical chromaticities change. From magnet measurements of

persistent current decays, chromaticity changes in the ma-
chine are estimated and compared with chromaticity mea-
surements.

1 INTRODUCTION
Persistent currents are eddy currents that are induced in

the filaments of superconducting magnets through a change
in the magnetic field. They generate all multiples which

are allowed by coil symmetry, i.e. the normal multiples

bo, b2, b4, ... in dipoles and bl, b5, bg, ... in quadruples. At
a constant field during injection these currents decay with

time. Decay rates typically vary from magnet to magnet
and depend on the magnetic field history as well as on cable
properties [1].

At injection energy, the sextupole field errors bz from
persistent currents can be significant due to their size and
time-dependence. Their uncorrected change during injec-
tion may be unacceptable for operation. An overview of
various hadron colliders can be found in Ref. [2]. Time
dependence is not only observable as a slow decay at the

injection level but also as a snap-back to the original multi-

pole value when acceleration starts. For an effective correc-
tion of persistent current effects, reproducibility and pre-
dictability are important. In this article we compare for
both RHIC rings the time-dependent chromaticity changes
expected from magnet measurements with measured chro-
maticity changes.

During the year 2000 gold run, beam was injected in
RHIC at a dipole current of 462 A. Time-dependent chro-
maticity measurements in both the Blue and Yellow ring

started 2 tin after reaching the injection current and ex-

tended over 15 min.

2 MAGNET MEASUREMENTS OF
PERSISTENT CURRENT DECAY

The expected time-dependent chromaticity change can
be deduced from two types of magnet measurements. First,
the persistent current decay was measured in 20 magnets
at 660 A, a current higher than the injection current of

*Workperformed under the auspices of the US department of Energy.
Copyright The American Physical Society 2001. All rights reserved. 13x-
cept as provided under U.S. copyright law, tlris work may not be”repro-
duced, resold, distributed or modified witbout the express permission of
the The American Physical Society. The archival version of this work was
published in Phys. Rev. ST Accel. Beams 4,041002 (2001).

Table.1: Change in b2 is computed from 2 min to 17 min
with the fit fun&ions (1) and (2).

Measurement Logarithmic I 2 exponential

~

462 A. Second, the decay was also measured in a single
dipole magnet at 470A. Ideally, the persistent current de-
cay in magnets should be measured under the same con-
ditions as in machine operation. However, the 20 RHIC
magnets were measured during production assuming an in-
jection current higher than the one finally used in operation.

The decaying sextupole components were fitted to two

functions. First, a logarithmic time dependence was as-
sumed according to

bz = co + q loglo (t/Tl) with T1 = 1 s, (1)

Such a time-dependence is characteristic of a relaxation
process, namely the flux creep phenomenon in hard su-
perconductors. The HERA magnets could be character-
ized this way [1]. Another fit for the RHIC magnets can
be obtained with two superimposed exponentially decay-
ing terms according to

b2 = co + CIe–t/T’ + cze–tj”. (2)

An exponential decay is expected when the eddy current
loops are partly superconductive and partly resistive.

For the measurement of the 20 magnets Tab. 1 shows the
change in b2, computed with both fit functions over 15 min

starting 2 min after reaching 660 A. The Ab2 errors are
the square root of the average quadratic deviation between
measured and fitted values. The fitted functions are also
shown in Fig. 1. The fit with Eq. (1) overestimates the de-
cay while the fit (2) underestimates the decay.

Since the persistent currents are approximately indepen-
dent of the main field at tn.nsport currents well below the

critical current, the coefficients co, c1 and cz in Eqs. (1)
and (2) may be scaled witl the reference field. The re-
sult of scaling is also shown in Tab. 1. The simple scaling
is, however, only approximate and the exact scaling is not
known. A more detailed’discussion of scaling can be found
in Ref. [2].

The result of the single magnet measurement at
470 A [3] are shown in Fig. 2 and in Tab. 1. It is evident
that a simple linear relation between bz and log(t) is not
followed by the data over the entire range.

The expected change in b2 from the scaled measure-

ments of the 20 magnets at 660A differs from the expected

change in bz from the single magnet measurement at 470 A
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Figure 1: Time-dependent change of the sextupole coeffi-
cient in 20 RHIC dipoles at 660 A.

by some 25%, with error intervals overlapping (see Tab. 1).
However, as Fig. 1 shows, individual magnets can differ in
their behavior significantly from each other.

A discussion of the magnetic cycle and the ramp rate on
the persistent current decay as well as references to magnet
measurements of persistent current decays for the Tevatron
and HERA can be found in Ref. [2].

3 EXPECTED CHROMATICITY
CHANGE FROM PERSISTENT

CURRENT DECAY
The change in the chromaticity &,Y = AQZ,y/(AP/ZJ)

associated with the change of the sextupole component
Abz can be computed as [4]

11
At&/ = +——

!
t%(s)

BTe.Abz(s)

2X (Bp)
qz(s)ds.

r;
(3)

where ~z ,Y is the lattice beta function and rlz the disper-
sion. Bre~ may be different from the II in the rigidity
(Bp). Assuming sextnpole errors only in dipoles Eq. (3)

can be approximated as

1 1 Bref Abz ~1
A&,Y = +——

21r [Bp) r; “y
(4)

where N denotes the number of dipoles and the integrals

/

12

Iz,u = ~z,y(s)% (SW (5)
11

extend over a dipole in a FODO cell. In Eq. (4) we use only
the average change in the sextupole coefficient Abz. Fur-
thermore, we only consider dipoles in FODO cells since

contributions from the interaction regions are sm~l [2].
The integrals .lZiu can be computed using a thin-lens ap-

proximation for the magnets in the cell [2, 5]. The result of

a numeric integration using the RHIC cell parameter [6] is
shown in Tab. 2 (analytical).

The expected chromaticiy change can also be computed
with optics programs. For RHIC we use MAD. and Teapot.
Both programs can introduce magnetic field errors in the
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Figure 2: Time-dependent sextupole coefficient in a single

RHIC dipole at 470A.

Table 2: The effect of a change in the sextupole compo-

nent on the chromaticity. bz is given in units of 10–4 at a
reference radius of To = 25 mm;

Natural Chromaticity due
Chromaticity to bz in dipoles

&-Z,n ty,n (=J, tg,b,
Analytical – – +4.9 X bz –4.4 X bz
MAD –54.9 –56.5 +4.9 X bz –4.3 x bz
Teapot –54.7 –56.6 +4.2 X bz –4.0 X bz

lattice. The results for both programs are also shown in
Tab. 2. The analytical estimate and the coefficients deter-

mined from MAD agree very well. The Teapot coefficients

are slightly different since Teapot uses a single kick ap-
proximation for every dipole while the analytical estimate

and MAD use a thick lens model.

4 MEASUREMENTS OF
TIME-DEPENDENT CHROMATICITY

The chromaticity was determined by measuring the tune
at different average radii and therefore momenta. The tune
was obtained from the Fourier transforms of transverse
beam oscillations over 512 turns after the beam was ex-
cited with a single small kick [7]. The momentum was
changed by Ap/p = +0.0017. The chromaticity was mea-

sured every 16 seconds beginning 2 minutes after reaching
the injection plateau. Measurements extended over 15 min-
utes. Both the Blue and the Yellow ring were measured in
gold operation. In Fig. 3 the results of the time-dependent
chromaticity measurements are shown. With MAD it was
determined that tune changes due to second order chromat-
ic coefficients can be disregarded.

We fit the chromaticity to two functions equivalent to
Eq. (1) and Eq. (2). However, the experimental data make
a fit to five parameters like in Eq. (2) difficult. Furthermore
the fast decaying component has largely decayed when the
beam-based measurements start. We therefore set El = O
and perform only a three parameter fit. In addition, we
force the time constant TZ to be the same in the Blue and
Yellow rings.
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Figure 3: Measured chromaticity in the two RHIC rings on
a linear time scale.

The change in ~m,g computed from 2 min to 17 min

with the fitted functions is shown in Tab. 3 along with the
expectations from the magnet measurements. The bearn-

based measurements agree better with the single magnet
measurement than with the scaled measurement of the 20
magnets. Generally, a better agreement is obtained for the

exponential fits. For these, the scaled 660 A measurements
show an average deviation of –28%. For the single 470A
measurement the average is 490. Fig. 4 also shows the com-
parison between the expectation from bo~ magnet mea-
surements and the chromaticity measurements.

5 SUMMARY
Magnet measurements of persistent current decays in

REUC dipoles show neither a clear logarithmic nor a clear

exponential dependence but indicate both components. The
relatively small chromaticity changes that can be computed
from the measurements of a single magnet agree well with
beam-based measurements.

A single magnet was found to be a good proxy for both
the Blue and Yellow ring with respect to the persistent cur-
rent decay at injection. However, since decay times vary
considerably from magnet to magnet, predictions of the
chromaticity change should not rely on measurements of

Table 3: Change in ~m,v computed from 2 minto 17 rnin

with the fitted functions. The A&Z,Verrors correspond to

the square root of the average quadratic deviation between
measured and fitted values.

Measurement Logarithmic 2 Exponential
A& [1] A&V [1]

Horizontal
20 magnets, 660A scaled 3.45 + 1.06 2.73 + 0.97
single magnet, 470 A 4.05 + 0.34 1.89 + 0.10
Blue ring 2.16 + 0.22 1.98 + 0.21
Yellow ring 1.73 * 0.20 1.48 + 0.21
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Figure 4: Comparison between chromaticity changes ex-
pected from magnet measurements and measured chro-
maticity changes. In all cases the exponential fit functions

are shown.

a single magnet. .

The agreement with a scaled measurement of 20 mag-

nets, ca.nied out at a higher current and with a different cy-
cle, is less satisfactory. This suggests that the simple scal-
ing law used is only a crude approximation. For machines,
for which a detailed knowledge of the persistent current
behavior is essential for operation, magnet measurements
should therefore be done under conditions as close as pos-
sible to those encountered in machine operation.
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