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The combined application of neutron powder diffraction, small angle neutron scattering and neu-
tron inelastic sc;~ering has led to imp}oved understanding of the &ystal phases, defec; strqcture,
microstructure and hydroxyl / water dynamics in pure and Ianthanide-modified zirconia catalysts.
Powder diffraction experiments quantified the degree of stabilization and provided evidence for
static, oxygen vacancy-induced atomic displacements in stabilized zirconia. Quantitative assess-
ment of Bragg peak breadths led to measurements of “grain size”, representing coherency length of
long-range ordered atomic arrangements (crystals). Small angle neutron scattering provided a
separate measurement of “grain size”, representing the average size of the primmy particles in the
aggregates, and the evolution of porosity (micro- versus meso-) and surface roughness caused by
RE modification and heat treatment. Finally, the dynamics of hydrogen atoms associated with sur-
face hydroxyls and adsorbed water was investigated by neutron-inelastic
changes in frequency and band breadth of O-H stretch, H-O-H bend, and
water molecules.

Introduction

scattering, revealing
libratiorud motion of

High-surface-area zirconia is one of the most commonly used support materials for noble metal or
oxygen sensor electrolytes in automobile exhaust-emission-control systems. Zirconia is capable,
for instance, of selective conversion of synthesis gas into branched hydrocarbons (l-4) and is used
to remove poisonous gases such as CO and NO= from automobile exhaust to meet recent emission
standards (5-7). The key desirable property for these catalytic applications is the ability of zirconia
to maintain large surface area, structural stability and surface acidity/basicity over a large range of
temperatures. Whereas the stable room temperature form of pure zirconia is monoclinic, with
higher symmetry forms at elevated temperatures, doping with small amounts of rare-earth (RE)
elements helps stabilize the high symmetry phases over a wide range of temperatures thereby re-
moving the disruptive phase transformations observed in pure zirconia (8). Depending upon the
valenc y of the dopant RE ions (e.g., Nd3+or Ce* substituting for Zr*), ionic charge compensation
results in oxygen vacancies, which can act as adsorption sites and/or promote strong interactions
between metal catalysts and their zirconia supports. In general, RE impurities modify interracial
energies, diffusion coefficients and crystalline anisotropy in a complex manner. As a result, the
porosity, particle-size distribution and resistance to sintering vary depending on the dopant ele- ,
ment, the preparation method and processing. Furthermore, for many reactions on Zr02, surface
hydroxyl groups and adsorbed water molecules play an important role. For instance, the isosyn-
thetic reaction of CO/HJH20 over zirconia is derived from surface hydroxyls and CO adsorbed on
Zr02. while the favorable physical properties of pure and rare-earth modified zirconia are estab-
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lished, a complete understanding of these phemona requires systematic investigations by many dif-
ferent methods.

X-ray diffraction is well known as an analytical tool for characterizing microstructural proper-
ties of technologically important materials. Less-well known are the unique properties of neutron
scattering which provide additional insights not available with x-rays. Because neutrons interact
very weakly with atoms during scattering, typical penetration depths are much higher than achieved
with x-rays (measured in fractions of an inch, rather than microns as with x-rays). Neutron scat-
tering, therefore, acts as a bulk probe of structure and/or dynamics. Furthermore, the scattering
properties of any given element depends upon its subtle nuclear interaction properties; not strictly
upon its atomic number as with x-rays. As a result, some light elements, such as oxygen and hy-
drogen, have unusually strong scattering profiles. Strong coherent scattering from oxygen is valu-
able in Neutron Powder Diffraction (NPD) by arnpli~ing the relative contribution from oxygen,
leading to enhanced sensitivity to oxygen ordering (e.g., partial versus full ordering). This also
enhances Small Angle Neutron Scattering (SANS), which probes structural inhomogeneities on the
length scale 1-100 nm. Oxide-based pore systems, such as high surface area zirconia, show
strong contrast between dense and porous regions, leading to great sensitivity to particle and/or
pore’size. Hydrogen has a strong incoherent cross section, which can be exploited both by SANS
and by Inelastic Neutron Scattering (INS). For instance, subtle changes in the surface properties
of hydroxylated grains are readily seen, leading to detailed assignment of vibrational modes sensi-
tive to changes in hydroxide composition. Collectively, then, NPD, SANS and INS paint an ele-
gant picture regarding microstructural properties of industrial materials such as zirconia catalysts,
providing important insights into the relationships between physical and structural properties.

Presented here are results from neutron scattering studies of pure and modified zirconia, much
of which has been published elsewhere (9,10). A NPD study was carried out on pure zirconia to
follow progressive grain growth resulting from heat treatments at progressively higher tempera-
tures, ranging from 290”C to 700”C. NPD measurements were also made on a modified zirconia.
SANS experiments were performed with in situ heating of pure zirconia, again with the intention
of following progressive grain growth. INS experiments were carried out on a modified zirconia,
with varying degrees of hydration.

Materials Preparation and Data Collection

Pure zirconia powder for these studies was synthesized from hydrolysis of a ZrOClz aqueous so-
lution at 100”C for -90 hrs, with subsequent heating at 290°C in air for 3 hrs. The fresh powder
was divided into two batches, one each for NPD and SANS. Rare-earth modified zirconia samples
were prepared by a coprecipitation technique described elsewhere (7).

NPD experiments were performed on the General Purpose Powder Diffractometer (GPPD)
(11) at the Intense Pulsed Neutron Source (IPNS) at Argonne National Laboratory. Powders (5-
10 g) were enclosed in thin-wall vanadium cans, and data collected at fixed scattering angles 20 =
+148° (with d-spacing range 0.5 -3.0 ~) were used for Rietveld analysis (12,13). SANS experi-
ments were carried out on the Small Angle Diffractometers SAD and SAND at IPNS. Samples
were enclosed in Supracil cells (sample thickness 2 mm) and maintained at selected temperatures
between ambient and 800”C, and data were collected over the Q range 0.001 to 0.2 ~-l. Details
about the small-angle diffractometers are given elsewhere (14). Studies of the dynamics of ad-
sorbed hydrogen species on zirconia, studied with INS, were performed using the High-Res-
olution Medium-Energy Chopper Spectrometer (HRMECS) at IPNS. For this, powdered samples
(-40 g) were piaced inside sealed aluminum containers in the shape of a thin slab, and mounted to
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the cold plate of a closed cycle helium refrigerator for cooling. Two incident energies, 600 and 50
meV, were used to characterize the energy spectrum from Oto 550 meV.

Neutron Powder Diffraction (NPD)

Neutron powder diffraction is based upon Bragg scattering, chmacterized by sharp diffraction
peaks due to the periodic nature of c~stalline lattices. Rietveld profile refinement (12,13), which
has become the standard analysis technique for powder diffraction data, performs least-square re-
finements of adjustable parameters defining the structures to best fit the entire diffraction pattern.
The technique has developed to the point where a multitude of phases (reliably up to 6-8 depending
on the complexity of the phases present) can be refined simultaneously, including parameters ~
quantifying interatomic distances and angles, phase fractions, microstrain and coherency length
(particle size).

Pure ZrOz has three polymorphs: a cubic fluorite structure (space group Fm3m) above 2367”C,
a tetragonal structure (P4@mc) between 1127 and 2367”C, and a monoclinic structure (P21/c) be-
low 1127°C. .Modified zirconias typically contain a rnixtwe of cubic and tetragonal (or monoclinic)
phases, retained metastably over a wide range of temperatures including room temperature. Riet-
veld profile refinement of NPD data can quantify structural parameters for all phases present, in-
cluding atomic positions, site occupancies, lattice parameters and volume fractions, thus providing
precise assessment of vacancy concentration and degree of stabilization.
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Figure 1. Rietveld profde fit for NdOIZr OO.g ~.g5powder subjected to heat
treatment at 600°C. Dots are observed intensities, solid line represents cal-
culated crystalline intensities, and tick marks indicate positions of the Bragg
reflections in cubic (top row) and tetragonal (bottom row) phases, and
tetragonal phases. Residual intensities shown at the bottom show evidence
for oscillatory diffuse scattering. Shown in (b) are correlation functions
calculated from residual intensities as in (a).

Incoherence among crystalline grains, such as a distribution of grain sizes, grain boundaries
and microstrains, causes deviations in observed Bragg-peak intensities from those expected for an
ideal powder. Within the Rietveld refinement, some of these effects such as the average grain size
and rnircrostrain can be modeled by adjustable parameters (15). Furthermore, short-range atomic
disorder such as defects, compositional fluctuations, atomic displacements from lattice sites, give
rise to another type of coherent scattering which may be manifest as a diffuse, variant component
superimposed on the Bragg scattering. Some features of the short-range order structure may be
revealed in terms of a real-space correlation function which can be extracted from a Fourier filtering
analysis (16).
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Rietveld analysis of a powdered sample of L~lZrOgO1.g~ (heat-treated at 600”C), assuming
random substitution of La for Zr, resulted in identification of the metastable cubic and tetragonal
forms of Zroz. Figure la shows the observed (with traditional background subtracted), calculated
and difference powder patterns from that refinement. While the Bragg peak breadths me reasona-
bly sharp, indicating minimal particle size broadening, an oscillatory component is recognizable in
the residual, due to composition fluctuations from oxygen vacancies. Fourier transformation of the
residual curve yielded a correlation function, d(r), similar to the radial distribution function used to
describe amorphous materials. Shown in Figure lb are d(r functions obtained for three Ln-Zr02,
with maxima at about 2.105, 2.68, 3.16, 3.47 and 4.35 1 corresponding to 1st neighbor Zr-0,
1st neighbor (O-O’, O-O” and O-O”’) and 1st neighbor Zr~Zr interatomic spacings, respectively.
These values are slightly shifted from idealized distances in cubic ZI-OZ,suggesting that the diffuse
scattering is from assemblages of atoms displaced from optimal positions, e.g., toward oxygen
vacnacies.
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Figure 2. Rietveld profile fits for pure ZrO, samples heat-treated at
temperatures in the ;ange 290-700”-C. Dots &id sblid lines represent
observed and calculated crystalline intensities, respectively. Tick
marks at the bottom identify positions of Bragg reflections. Note
progressive sharpening of Bragg peaks resulting from grain growth.

NPD R.ietveld profde fits for pure zirconia after annealing at 290° (as prepared), 400°, 500°,
600°, and 700”C are shown in Fig. 2. All of the patterns show monoclinic symmetry, as expected
for Zr02, and extremely broad peaks. The peaks sharpen progressively with increasing annealing
temperature, indicating continuous grain growth and relaxation of internal rnicrostrain. Observed
peaks in the sample heat treated at 700”C are still much wider than corresponding ones in a com-
mercial ZrOz powder prepared by high-temperature (>900”C) techniques, suggesting that grain
growth would continue at higher annealing temperatures. Calculated particle sizes for annealed
ZrOz are presented in Figure 3, along with values obtained from SANS (see text below).
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Figure 3. Average particle sizes for pure ZrOz from analysis
of Bragg peak broadening in NPD and crossover regions in
SANS data. Differences in absolute values and behavior
with increasing temperature are probably due to differences
in the properties probed by the two techniques.

Small Angle Neutron Scattering (SANS)

While conventional powder diffraction yields information regarding the average structure of atomic
organization over a length scale of typically a crystalline unit-cell dimension, small-angle scattering
provides a characterization of inhomogeneities up to -100 nm. Scattering at low wavevector, Q =
4nsin@/L (where@ is the scattering angle and 1 “isthe neutron wavelength) arises from fluctuations
of neutron-scattering cross section in the sample. In the present case, the scattering contrast comes
from the zirconia particles versus the pores.
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Powders heat treated at 600°C i

Figure 4. Small angle neutron scattering (SANS) intensities vs.
Q for NdO,,Zro.@,.g~>CeO,IZrOgOzand Zr02. Solid lines repre-
sent fits to the data using a fractal model. Limiting slopes for
power-law behavior are given by dotted lines.

Figure 4 shows SANS data in terms of log-intensity versus log-Q profiles taken at ambient
temperature for NdO,lZrO,gO[g~,CeO,lZrO,gOzand ZrOz heat-treated at 600”C. The intensity profiles
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of the three samples show distinct Q-dependence, implying RE-dopant specific microstructural
changes induced by the modification. In addition, each profiIe shows a break at a certain Q
(denoted by an arrow in Fig. 4) which roughly marks a change of slope in the curve. The position
of this breaking point shifts progressively to lower Q for Zr02, Ceo.lZro.g02and Nolo.@o.gO1.95,
suggesting a corresponding increase in mean particle size.

The structures of ramified objects formed by aggregates of small particles has been studied ex-
tensively by a variety of experimental methods including small-angle scattering (17-19). As in ear-
lier studies (20,21), the scattering function for amass fractal was used to model the data. By defi-
nition the total mass of a mass fracta.1scales with its radius to its fractal dimension power, i.e., M a
f, where D is the fractal dimension Included in models for the SANS scattering profile are pa-
rameters defining the mean particle size and the size distribution. Figure 5 shows the evolution of
SANS profiles for pure ZrOz subjected toex-situ heat treatments from 290° to 800°C. Again, a
progressive change in the particle size and porosity resulting from annealing was observed, and the
fractal model describes very well the data of pure Zr02 up to the heat-treatment tem~rature of
500°C (see Fig. 5). As the samples were annealed from 290° to 500””C, the mean particle size in-
creased horn -3.62 nm to -11.2 nm, and the size distribution expanded from a = 1.05 too= 1.32.
At higher temperatures, although the fractal model provided a good fit to the data and confirmed the
trend of particle coarsening, the fractal dimensions no longer made physical sense, suggesting that
the particles had grown in size to an extent that self-affinity behavior could not be sustained over an
increasing length scale. Instead, the assembly is better described as a random packing of solid
particles with intertwining macroporosity.

290”C
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PureZlq
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Figure 5. SANS data for pure Zr02. Solid lines for annealing temperatures
less than or equal to 500°C are fits to the data using the fractal model, while
those for other temperatures are fits used a random packing of hard spheres
model. Plots on the right display particle size distributions corresponding to
different annealing temperatures.



Inelastic Neutron Scattering (INS)

In our pure Z@z powder, prepared directly from aqueous solution at 100”C, followed by a heat
treatment at 290”C, very small (e 10 nm) microcrystallites were initially formed and subsequently
grew to somewhat larger size. The micro- and/or mesoporous structure of the powder provides a
large effective surface area for the adsorption of hydroxyl groups and water. NPD results (ref. 10,
but not presented here) suggest that the surface chemistry, controlled to a large extent by the
chemisorbed hydroxyl groups and physisorbed water molecules, are quite sensitive to the under-
lying crystal structure, defects, and texture parameters. This feature can be seen in the dynamics of
the adsorbed hydrogen species in these materials, to be discussed in the next section.

Inelastic scattering measurements were performed on the following high-surface-area samples:
“dry” powder, Nd0,1Zr0,901,9,(heated at 450° C in air for 3 hrs); “low” water content powder, with
0.33:44 mass ratio of water : zirconiry a “medium” water content powder, 1.12:44 ratio; and a
“high” water content powder, 1.8 :37.6 ratio. Assuming an average of 4.6 HZO to cover a fully
hydroxylated surface of 100 ~2, as found in silica (22), the adsorbed water in the low water con-
tent Nd-Zr02 and Zr02 samples, the medium water content Nd-Zr02, and high water content La-
Zr02 samples correspond to statistically 0.747,0.882,2.54, and 4.46 layers of adsorbed water on
the surface, respectively. It should be noted, however, that water adsorption on zirconia surfaces
in general does not show distinct steps of layer adsorption. We expect that initially individual wa-
ter molecules are attached to distinct surface OH groups. As the coverage increases, the tendency
of water towards self-association via hydrogen bonding leads to the formation of cluster species
prior to the completion of a monolayer coverage. These results were found sensible in the context
of earlier Fourier Transform Infrared Spectroscopy (FTIR) studies (23-25).
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Figure 6, O-H stretch vibration band and combination band fitted to
a sum of multiple Gaussian fimctions and a background for the dry
(a), low water content (b), medium water content (c), and high wa-
ter content (d) samples of Ianthanide modified zirconia,

Figure 6 shows an overview of the observed scattering functions for all the samples, taken
with an incident neutron energy of 600 meV at 15 K. For the dry samples, containing only chemi-
sorbed surface OH groups, there are broad features in the 400-500, -200, and e 150 meV regions.
The hydrogen vibrational density of dry ZrOz is significantly higher than that of dry Nd-ZrOz.
This reflects the fact that the larger surface area of pure monoclinic ZrOz accommodates a substan-
tial increase of OH adsorption. As the coverage of water increases, four bands develop: a libra-
tionai band at -80 meV due to intermolecular vibrations of the H20 molecules, two intramolecular



bands, one at -200 meV due to H-O-H bending and the other at -430 meV due to O-H stretch, and
a combination band at -506 meV. The low-energy spectra obtained from the 50 meV runs (not
shown) exhibit the growth of a peak at -8 meV with increasing water coverage.

Conclusions

Trends in the estimated particle size as a fi.mction of annealing temperature, calculated from Neu-
tron Powder Diffraction (NPD) and Small Angle Neutron Scattering (SANS), are in general
agreement. Difference can be attributed to the fact that the different experimental techniques probe
different aspects of the microstructure and the resulting parameters need not be identical. For ex-
ampIe, the crystalline grain size obtained from NPD represents the coherency of atomic long-range ‘
order of a global crystal structure, whereas the particle size obtained from SANS represents the
average size of the primary particles in the aggregate. Below the annealing temperature of 600°C
the crystalline grains are larger than the primary particles which were nucleated from the hydro-
lyzed solution. Our NPD results suggest the presence of orientational coherency amorig the crys-
talline primary particles. As annealing temperature increases up to about 500°C, microporosity
evolves to mesoporosity as particles grow in size and in size distribution. Above 500°C a more
abrupt change of the microstructure occurs which leads to a crossover from a mass-fractal-like ag-
gregate to a random packing of solid particles featuring reduced surface area and macroporosity.

Hydrogen densities of states of absorbed OH groups and water on Ln-ZrOz and in pure Zr02
were measured over an energy range of Oto 550 meV (0-4440 cm-]). Vibration frequencies char-
acteristic of O-H stretch vibrations as well as inter- and intramolecular vibrations of HZO were
monitored from submonolayer coverage to sapillary condensation of water.
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