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Abstract

We identified hard-hurned magnesium oxide (MgO) as a suitable expansive additive for

improving the plugging performance of self-degradable, temporary sodium silicate

activated slag/Class C fly ash (SSASC) blend cement sealers into rock fractures in

Enhanced Geothermal Systems (EGSs). MgO extended the volumetric expansion of

sealers during their exposure to a hydrothermal environment at 200°C under pressures,

ranging from 300 to 1500 psi. A great expansion ratc of 19.3 % was observed by adding

3.0 wt% MgO under 300 psi pressure, thus promising to plug thoroughly inner fracture.

When the pressure was increa'icd from 300 psi to 1500 psi, the expansion rate of cement

markedly reduced, corresponding to the formaLion of crack-free specimens and the

improvement of compressive strength. However, with 3.0 wt% MgO, the specimens still

engendered the generation of numerous visual cracks, although they were prepared under

a high pressure of 1500 psi. The effective content of MgO in minimizing and eliminating

the generation of cracks was 2.0 wt%, which provided a moderate expansion of ~.5 %_

The compressive strength of 2.0 wt% MgO specimens made under a pressure of 300 psi

rose - J.7-fold to 4816 psi with an increasing pressure to 1500 psi. The in-situ growth of

brucite crystal formed by the hydrothermal hydration of MgO was responsive for such an

expansion of the SSASC cement; meanwhile. two crystalline hydrothermal reaction

products, 1.1 om tobermorite and calcium silicate hydrated (I). contributed to the

development of the sealer's compressive strength. Thus, the increasing pressure seems to

suppress and control a growth rate of brucite crystal in response to a lower extension of

expansion. Furthermore. all MgO-conlaining SSASC sealers possessed the water-

catalyzed self.-degradable properties.
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Introduction

During wellbore drilling and logging operations in establishing Enhanced Geothennal

System (EGS), a considerable attention of the operators was paid to both pre-existing

fractures in the well's underground foundation, and 10 new pressure-generated one. In

tenns of losl circulation zones, they cause the wastage of a substantial amount of the

circulated water-based drilling fluid or mud; thus. these fractures must be plugged or

filled with sealing materials to avoid depleting the drilling fluid or mud. When the

wellbore construction was completed, one inevitable concern about the sealing materials

emplaced in these fractures was that all the sealing materials must disintegrate during the

hydraulic-stimulation process to reopen the plugged fractures, and to promote the

propagation of reopened fractures. Therefore, the key to success of this material R&D

was to develop water-catalyzed self-degradable sealers. The breakdown of scalers will

create multi-fissures and -cmcks, allowing the working fluid to pass through them.

In response to this requirement, BNL's researchers developed self-degradable temporary

cernentitious materials by combining three industrial by-products, granulated blast

furnace slag, and Class C and Class F fly ashes [1,2]. No Ordinary Portland Cement

(Ope) was used in this cementitious system. Although these by-products possess a latent

pozzolanic property, they do not fonn cemenLitious structures without alkali activators.

Thus, we employed sodium silicate consisting of 50.5 mol. wt% Na20 and 46.6 mol. wt%

Si02 as the alkaline activator. Further, Ihe sodium carboxymethyl cellulose (CMC) was

incorporated as Ihe self-degradable promoting additive into the dry alkali activatorlby

product mixes.

As detailed in our previous paper [2J, the self-degradation of temporary sealer took

placed, when the sealers being heated at temperatures of 2': 200°C came in contact with

water. We interpreted the mechanism of this water-catalyzed self-degradation as resulting

from the in-situ exothennic reactions belween the reactants yielded from the hydrolysis

of sodium silicate activator and the thennal degradation of the CMC. The magnitude of
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self-degradation depended on the CMC content; it.. effective content in promising

degradation was? 0.7 %.

Another important property in designing sealing materials is to assure an expansion in

their volume upon exposure to hydrothermal environments at temperatures of ;;::200°e.

Such a volume expansion of sealers emplaced in the fractures improves their plugging

performance as a means of an enhancement of its adherence to an inner surface of

fracture: This ensures that the sealers have adequate stability and reliability without their

being washed out and removed by a locally disbanded sealer during further drilling

operations. The commonest ways to increase the volume of cementitious materials are to

utilize the in-situ growth of the crystalline hydration products formed in the cementitious

bodies. Among those products, the sulfoaluminate (ettringite )[3.4h and Ca and Mg

oxides[5-9]-based hydration products are well recognized al; expandable ones. The

crystalline phase representative of first hydration product is eUringite,

3CaO.Ah03.CaS04.32H20, containing a large volume of water, and it is formed by

mixing five starting materials, Portland cement, anhydrous hauyne

(3CaO.3AhO,.CaSO,J, gypsum (CaSO,), quick lime (CaO), and water [10]. However,

ettringite displays two major drawbacks in a high temperature environment: One is a

delay in its formation at a heating temperature> 70°C [11-14]; the other is its

hydrothermal decomposition at temperature> 170°C [15]. Thus, this volume expansion

technology was inapplicable for our sealer.

When the CaO and MgO expansive additives embedded in Ordinary Portland Cement

(OPC) paste are autoclavcd. the additive's hydration initiated promptly in an alkaline

environment created by the hydrolysis of OPC. thus reflecting the conversion of Ca and

Mg oxides into crystalline Ca and Mg hydroxides. Afterward, the pressure generated by

their in-situ growth extends the expansion and swelling of hydrothermally cured ope.

However. in our previous study on the phase identification in autoclaved sodium silicate

activated slag/Class C fly ash cementitious material [I], we found that all free lime. CaO,

present in Class C ny ash hydrothennally reacted with the slag to form crystalline

calcium silicate hydrates, such as calcium silicate hydrate (I) and 1.1 nm tobermorite. We
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did not detect Ca(OHh -related crystal phase, which would expand the autoclaved

cementitious material. This finding seemingly suggests that CaD expansive additive

might not be useable in the autoclaved sodium silicate-activated slag/Class C fly ash

system because of its reactivity with silicate spccic..... instead of the formation of Ca(OHh.

Based upon the information described above, our interest focused on investigating the

usefulness of dead-burned MgO as an expansive additive for sodium silicate-activated

slag/Class C fly ash (SSASC) blend cement. Accordingly, this study centered on the

following two major R&D efforts: First, we explored the compatibility of MgO with the

self-degradable SSASC cement; second, we detailed the effectiveness of MgO in

extending the rate of expansion of the SSASC cement under the pressure, ranging from

300 to 1500 psi. The former involved measuring the compressive strength of 2OO°C

autoclaved cements by varying the content of MgO under four different pressures, 300,

600,1000, and J500 psi, respectively. In addition, we assessed whether MgO-modified

SSASC cements still can self-degrade. The second effort encompa~scd measuring the rate

of expansion, identifying the hydrothermally hydrated reaction products, and exploring

the development of microstructure in the expanded cement.

Experimental Procedure

Hard burned magnesium oxide (98.3 wt% MgO) under the trade name "MagChem 10

CR" from Marlin Marietta Magnesia Specialties, LLC was used as expansive additive. Its

physical properties included 97 % passing 200 mesh (0.074 mm) and surface area ranging

from 0.2 to 0.3 m2/g. The contents of MgO additive were 0.5. 1.0. 1.5, 2.0, and 3.0 % by

the lotal weighl of cement components. Two industrial by-products with pozzolanic

properties, granulated blast-furnace slag under trade name "New Cern," and Cla~s C fly

ash, were used as the hydraulic pozzolana cement. The slag was supplied from Lafarge

North America, and fly ash was obtained from BoraJ Material Technologies, Inc. A

sodium silicate granular powder under trade name "Metos Bead 2048," supplied by The

PQ Corporation. was used as the alkali activator of these pozzolana cements; its chemical

composition was 50.5 mol. wi % Na20 and 46.6 mol. wt % Si02• The formula of the dry

pozzolana cements had slag/Class C fly ash ratio of 20/80 by weight. Sodium silicate
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powder at 4 % by the total weight of pozzolana cement was added to prepare the dry mix

cementitious reactant.

Sodium carboxymethyl cellulose (CMC) was produced by elherification of cellulose from

renewable resources, like wood. CMC under the production name "Walocel CRT 30

PA," supplied by Dow Chemical Corp.• was used as the thermal degradable additive to

promote the disintegration of the slag/Class C fly ash-based sealers; it dissolves in water,

fanning an anionic polymer. Its content was 0.7 % by total weight of dry slag/Class C fly

ash/sodium silicate activator mixture.

The sodium silicate-activated slag/Class C fly ash (SSASC) slurries together with CMC

and MgO were prepared by adding an appropriate amount of water to the dry mix

cemcntitius component, and !.hen left them in an atmospheric environment until the

cement set Afterward, all SSASC samples were exposed in an autoclave at 200°C for 5

hours under 300. 600. 1000, and 1500 psi pressures; some autoclaved samples Ihen were

heated for 24 hours in an oven at 200° and 250°C.

Measurements

To measure the expansion rate. the MgO-containing SSASC slurries were cast in molds,

35 mm diameter x 70 nun length, and then left at room temperature for 20 hours to

solidify. After removing the material from the molds, we measured their initial diameter.

Then. the specimens were exposed in an autoclave at 200°C for 5 hours under the

pressure of 300, 600. 1000. and 1500 psi. respectively, followed by measuring the

diameter of the expanded specimens. Some of these autoclaved specimens were used for

detennining compressive strength testing. X-ray powder diffraction (XRD) was used to

identify the crystalline hydrothermal reaction products formed in these autoclaved

samples. The high·resolution scanning electron microscopy (HR-SEM) was employed to

explore the morphologies of the crystalline hydrothermal reaction products in SSASC

cement. To identify these reaction products, we used energy-dispersible x·ray (EDX)

concomitant with HR-SEM.
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With a Type K thermometer, in conjunction with temperature data logger, we monitored

the heat energy generated in a self-degrading process of the 2000
_ and 2500 -heated

SSASC specimens after their contact with water.

Results and Discussion

Expansion

Figure 1 plots the changes in expansion rate of sodium silicate-activated slag/Class C fly

ash (SSASC) cement as a function of MgO content under the pressure of 300 psi. The

data clearly revealed the effectiveness of MgO in extending the expansion of the

specimens after autoclaving; in fact, the expansion rate rose with an increasing content of

MgO. Thus, with 1.5 % MgO, the expansion rate of 1.09 % was -14 fold higher than that

of the specimens without MgO. Further incorporation of MgO to 2.0 % led to a high

expansion rate of 3.8 %, corresponding to the generation of numerous cracks in such

specimens. The striking swelling was observed from 3.0 % MgO, reflecting a

considerably high expansion rate of 19.3 % (Fig. I).

Our focus next centered on monitoring the changes in the expansion rate of 2.0 and 3.0 %

MgO-incorporated SSASC specimens by varying the pressure, ranging from 300 to 1500

psi (Figure 2). For both the 2.0 and 3.0 % MgO specimens, the resulting data revealed

that the expansion rate declined with the increase in pressure. With 3.0 % MgO,

increasing the pressure to 600 psi from 300 psi conspicuously reduced its rate to 9.5 %

from 19.3 %. A further increase in pressure to 1000 psi provided a minimum expansion

of 2.7 %. A similar expansion ratc was detected from the specimens made under 1500 psi

pressure, seemingly suggesting that the pressures between 1000 and 1500 psi had no

significant effect on suppressing the expansion of SSASC. As is evident from the photos

in Figure 2, although the rate of expansion was minimized by a high pressure at 1000 and

1500 psi, we visually observed the development of some cracks in the specimens. In

contrast, no visual cracks were reported in the 2.0 % MgO-incorporated specimens made

under pressures of 2:600 psi. Thus, an effective amount of MgO in creating a crack-free

SSASC along with a moderate rate of expansion is likely to be 2.0 %.
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Compressive strength

Figure 3 plots the compressive strength vs. MgO content for SSASC specimens after

bcing autoclaved for 5 hours at 200°C and at 300 psi pressure. In this test series, no

compressive test was made for 3.0 % MgO specimen because its exceeding expansion

caused difficulty in conducting compressive strength. The resulting data showed that

adding a proper amount of MgO offered improved compressive strength, compared with

strength of2537 psi in the specimens without MgO: The highest strength level of 4739

psi was recorded from the specimens containing 1.0 % MgO. This information denoted

that the expansion of SSASC specimens modulated by MgO was responsible for

improving the compressive strength. However, adding 1.5 and 2.0 % MgO reduced

compressive strength to 3690 and 2844 psi, seemingly suggesting that some fissures and

cracks generated by an excessive content of MgO affected a decline of its strength.

Our attention next shifted to investigating the changes in compressive strength brought

about by increasing hydrothermal pressure. To obtain this information, 2.0 % MgO

containing specimens were prepared in 200°C autoclave under 600, 1000 and 1500 psi

pressures. We then determined their compressive strengths (Figure 4). As expected, the

increase in pressure offered improved compressive strength; namely, the strength value of

2844 psi for 300 psi pressure-made specimens rose - 1.7~fold to 4816 psi, when it was

prepared under 1500 psi pressure. Conceivably, such an improved compressive strength

by a high pressure may be due to the following two factors: One is an enhancement in the

hydration mte of SSASC; the other is related to an alteration in a densified cementitious

structure.

Phase Identification SEM Exploration

The XRD studies were undertaken to identify the crystalline hydration reaction products

contributing to the extension of volumetric expansion and the development of

compressive strength for MgO-incorporated SSASC specimens after 200°C autoclaving.

Figure 5 depicts the XRD tracings, ranging from 5 to 51 (2e, degree), for SSASC

specimens containing 0, 1,2, and 3 % MgO, respectively. For the specimens without
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MgO. the XRD pattern (a) revealed the fonnation of two hydrothermal-catalyzed

pozzolanic reaction products, 1.1 nm tobermorite [Ca'j(OHhSi60 16.5H20] phase and the

calcium silicate hydrate (I) [CaO.Si02.H20, C-S-H (I)] phase. The other phases detected,

such as quartz and tricalcium aluminate (3CaO.AhO), C)A), were associated with the

non-reacted Class C fly ash and slag as the starting materials. Thc specimens containing

1.0 % MgO showed similar feature in XRD patter (b), except for the presence of brucite

[Mg(OH)21 yielded by the hydrothermal reaction of Mgo. The XRD line intensity of the

brucite-related d spacings rose with an increasing content of MgO. while the quantity of

the other reaction products and the non-reaction ones remained unchanged. Thus, the in

situ phase transformation of MgO to Mg(OHh in an autoclave at 20DoC appears to serve

in expanding and swelling the cementitious specimens.

To visualize the alteration of microstructure caused by in-situ MgO--?Mg(OHh phase

transition, we compared the fracture surfaces of 0.0 % and 3.0 % MgO-containing

SSASC specimens after autoclaving at 200°C. by SEM-EDX (Figure 6). The SEM image

of specimen without MgO revealed the growth of fiber-like crystals as the hydration

products. The EDX analysis of these crystals exhibited that they encompasses three major

clements, 0, Ca, and Si. attributed to a possible tobermorite and C-S-H (I) crystals. The

other atoms, such as Na, Mg, and AI, may come from the non-reacted slag, Class C fly

ash and sodium silicate activator. In contrast, a quite different image was observed from

the 3.0 % MgO specimen. This image was characterized by a radical growth of

sunflower-like crystals. As is seen in the EDX atomic composition for these crystals,

there were two major clements, 0 and Mg, strongly suggesting that this morphology can

account for being a well-fonned crystal structure of brucite, Mg(OHh contributing to the

volumetric expansion of sealer.

Self-degradation

To ensure that MgO does not prohibit the self-degradation of scaler, our focus next

centered on visualizing the self-degradation of SSASC sealers containing 0, 0.5, 1.0, and

2.0 % Mgo' To do so, we adapted the same experimental method as that of our previous

work on the slag/Class C fly ash system. The detailed test procedures were as follows; l)
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the specimens were autoclaved at 200°C for 5 hours under 300 psi pressure, and then

heated at 200° and 250°C for 24 hours, 2) the specimens were cooled for 24 hours at

room temperature, 3) thennocouple-embeddcd specimens were placed in a vacuum

chamber at -I 0Cl0 kPa for 10 min to eliminate any air present in the specimens, 4) air-free

voids in the vacuumed specimens were filled with water (water/specimens volume ratio=

17/1), while determining the generation of in-situ exothermic heat by temperature data

logger, and 5) visual observation was made to evaluate the magnitude of self-degradation.

For 20()OC-heated specimens, Figure 7 plots the in-situ exothermic temperature generated

in the vacuumed SSASC specimens as a function of elapsed time after they were

impregnated with water. In the specimens without MgO, the resulting temperature-time

relation cure showed that - 75 sec after impregnating the specimen with water. its

internal temperature rapidly rose from 21.9°C to a peak of 36.0°C. The total elapse time

from the onset to the maximum temperature wall only 238 sec. We observed the

development of numerous cracks in the water-impregnated specimens along with the

increase in their exothennic temperature. Hence, the penetration of water through the

specimen led to the evolution of in-situ exothermic heat promoting the self-degradation

of the scaler. Although the similar feature of curve was recorded in the 0.5 % MgO

specimen, its peak temperature was 2°C lower than that of 0 % MgO. A further drop of

peak temperature was observed as more MgO was added to the SSASC, from 34.0°C for

0.5 % MgO to 28.8°C for 2.0 % MgO. Since the addition of MgO not only extended the

rate of volumetric expansion, but also generated cracks in the cement; in fact. numerous

cracks were apparent in the 2.0 % MgO specimens. This fact seemingly suggested that

although we did not sce any cracks with naked eye in the 0.5 and 1.0 % MgO specimens.

some non-visual cmcks might well be there. Assuming this is correct, some of the total

exothennic heating energy generated in the specimens might be lost thought pre-existing

cracks. Such a loss in heat may account for the reduction of exothermic peak

temperature; in fact, the 2.0% MgO specimens with their large open cracks resulted in

more loss energy, compared with that of the specimens containing less MgO.
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Similar results were obtained from the 250°C-heated specimens (Figure 8). As is seen,

the exothennie peak temperature tended to decrease with an increa..ing content of MgO,

from 44.8°C for 0 % MgO to 32.7°C for 2 % MgO. One difference between these and the

200°C-heated specimens was that the exothennic peak temperature of all 250°C

specimens was higher than that of the 200°C specimens. This fact was interpreted in our

previous paper [2]. One pivotal element governing self-degradation was the amount of

CO2 and CH)COOH as the gaseous by-products emitted by the thermal decomposition of

CMC. A large volume of these by-products emitted in an aqueous medium would

generate more exothermic heat due to the intemetions between the carbonate or sodium

hydroxide and CH)COOH. Thus, the heat treatment at 250°C evolved additional amount

of these reactive gaseous by-products, compared with that at 200°C. This was the major

reason why the 250°C-lrealed specimens had a higher exothermic peak temperature than

that of 200°C. Nevertheless, all the 200° and 250°C-healed specimens were self

degraded, verifying that MgO had no affection in inhibiting and retarding the self

degradation activity of SSASC specimens:

Conclusion

For aim at improving the adherence of a sodium silicate-activated slag/Class C tly ash

(SSASC) blend cement sealing materials to the inner rock fracture in geothermal wells,

we evaluated the potential of hard-burned magnesium oxide (MgO) powder in extending

the volumetric expansion of this scaler under hydrothermal conduction at 200°C under

pressure of 300,600, 1000 and 1500 psi, respectively. Also, our evaluation included

assessing whether MgO changes the sealer's compressive strength due to the different

hydrothennal reaction products formed in the cement under pressures, ranging from 300

to 1500 psi. Additionally, we investigated the water-catalyzed self-degradation properties

of this scaler. The MgO additive was transformed into brucite [Mg(OHhl crystal during

the hydrothermal exposure of cement. Then the in-situ growth of brucite crystal

contributed significantly to the expansion of cement, while the hydration reaction

products, crystalline 1.1 nm tobermorite and calcium silicate hydrate (I), were responsible

for strengthening the cemenl.
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The addition of2.0 wt% MgO led to an extensive expansion of 3.8 %, reflecting the

development of numerous cracks. Further its incorporation to 3.0 % corresponded to a

considerable expansion of 19.3 %. The content of MgO, ranging from 0.5 to 1.5 %, acted

to improve the compressive strength by 1.5- to 1.9-fold. compared with that of the

specimens without MgO. This finding suggested that an appropriate expansion serviced

in enhancing the sealer's strength. On the other hand. the increa'ie in hydrothennaJ

pressure reduced the expansion rates form 19.3 % at 300 psi to 2.1 % at 1500 psi for 3.0

% MgO~containing SSASC specimens and from 3.8 % at 300 psi to 0.5 % at 1500 psi for

2.0 % MgO specimens. Since the expansion rate of sealers depended on the extent of in

situ growth of brucite crystal, this growth seems to be suppressed by the increased

pressure in response to a low rate of expansion. No visual cracks were observed from the

2.0 % MgO specimens made under pressure of?:600 psi. In contrast, the 3.0 % MgO

specimens generated cracks, although they were prepared at a high pressure of 1500 psi.

As expected, reducing the expansion rate led to the increase in compressive strength. For

instance. with 2.0 % MgO, the compressive strength of 2844 psi developed at 300 psi

rose - 1.7-fold to 4816 psi as the pressure was increased to 1500 psi. Nevertheless, the

effective content of MgO in minimizing and eliminating the generation of cracks along

with a moderate expansion rate of ?:D.5 % was 2.0 wt%.

Although the open fissures created by the expansion of the cement engendered a loss in

in-situ exothermic heating energy during water-catalyzed self-degradation processes. all

specimens containing MgO were able to disintegrate the SSASC cements. The integration

of all this information strongly verified that MgO ha." a high potential as an expansive

additive offering an improved plugging performance of self-degradable temporary

SSASC sealing materials.
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Figure 3. Compressive strength of SSASC specimens containing 0, 0.5. 1.0, 1.5, and

2.0% MgO after autoclaving at 20QoC under pressure of 300 psi.
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Figure 4. Compressive strength of 2.0 % MgO specimens made under 300, 600, 1000,

and 1500 psi pressures.
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Figure 5. XRD patterns for 200°C-autoclaved SSASC specimens containing 0% (a), 1%

(b), 2 % (e), and 3 % (d) of MgO.
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Figure 6. SEM image coupled with EDX atomic composition for fracture surfaces of
200°C-auloclaved SSASC specimens wilhout (top) and with MgO (bottom).
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Figure 7. In-situ exothermic temperature YS. elapsed time for autoclavcd O. 0.5, 1.0, i.5,
and 2.0 % MgO-containing SSASC specimens heated at 200°C after beginning
impregnation with water.
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Figure 8. Comparison of exothennic peak temperatures for 250°C-heated 0, 0.5, 1.0, 1.5,
and 2.0 % MgO-containing SSASC specimens after water impregnation.
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