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Pairs of Au nanoparticles have recently been proposed as “plasmon rulers” based on the 
dependence of their light scattering on the interparticle distance. Preliminary work has 
suggested that plasmon rulers can be used to measure and monitor dynamic distance 
changes over the 1 to 100nm length scale in biology. Here, we substantiate that plasmon 
rulers can be used to measure dynamical biophysical processes by applying the ruler to a 
system that has been investigated extensively using ensemble kinetic measurements: the 
cleavage of DNA by the restriction enzyme EcoRV. Temporal resolutions of up to 240 Hz 
were obtained, and the end-to-end extension of up to 1,000 individual dsDNA enzyme 
substrates could be simultaneously monitored for hours. The kinetic parameters extracted 
from our single molecule cleavage trajectories agree well with values obtained in bulk 
through other methods, and confirm well-known features of the cleavage process, such as 
DNA bending prior to cleavage. New dynamical information is revealed as well, for 
instance, the degree of softening of the DNA just prior to cleavage. The unlimited lifetime, 
high temporal resolution, and high signal/noise make the plasmon ruler a unique tool for 
studying macromolecular assemblies and conformational changes at the single molecule 
level. 

Introduction

The optical characterization of the function and dynamics of single biological 

molecules and complexes such as molecular motors (1-3), RNA ribozymes (4) and DNA 

helicases and binding proteins (5, 6) is an important tool for biomedical research (for 

review see (7-9)). Single molecule techniques are powerful tools to study the dynamics of 

biological systems, since they are free from ensemble averaging (9). The predominant 

technique for optical single molecule dynamic studies is Fluorescence Resonance Energy 

Transfer (FRET) between individual organic donor and acceptor dye molecules (10, 11). 

FRET has proven to be an extremely effective tool for revealing the dynamics of 

molecular machines and monitoring their composition. However, conventional organic 

dyes typically photobleach after absorbing about 10
7
 photons and exhibit complex 

photophysics including long-lived dark-states (12). Single molecule FRET studies thus 

remain challenging due to low signal/noise, limited continuous observation time, limited 

accessible distance range, and probe blinking. 

We recently reported an alternative method for dynamic distance measurements 

on the nanometer scale using pairs of individual 40 nm gold particles (13). When two 

gold particles approach within two particle diameters, the collective oscillations of the 

conductions electrons in the particles (their plasmons) couple (14-21) in a distance 

dependent matter. With decreasing interparticle distance, the plasmon resonance 

wavelength red-shifts (22) and the scattering cross-section increases (23). Individual pairs 

of biopolymer linked noble metal nanoparticles therefore act as “plasmon rulers”. By 

variation of the nanoparticle's shape and structure (hollow/solid), the plasmon wavelength 



can be fine-tuned over a wide spectral range from the blue into the infrared (24, 25). The 

resulting benefits of plasmon coupling for sensitive analytical bulk application has been 

pioneered by Mirkin and coworkers in their colorimetric detection scheme (16) 

Plasmon rulers have a nearly unlimited lifetime, can be used to monitor 

comparatively large distance changes, and are very bright. If the scattering background 

can be eliminated, a single 40 nm gold particle has the light emitting power of several 

thousand organic dyes (26). The inherent brightness of these probes makes them good 

candidates for highly parallel single molecule assays able to reveal the dynamics of 

biological processes and biopolymers. A drawback of plasmon rulers compared to FRET 

methods is the relatively large size of the nanoparticles compared to organic fluorophores 

(~ 30-40 nm versus ~ 1 nm). 

Our focus is the measurement of DNA bending and deformation by single 

enzymes, an experimental geometry in which the benefits of unlimited lifetime and lack 

of bleaching outweigh the disadvantage of larger probe size. DNA bending plays a 

crucial role in determining the specificity in DNA-protein recognition (27), in 

transcription regulation (28-32), and in DNA packaging (33, 34). Typically, these DNA 

bending processes are quite slow (ms timescales) and it is highly desirable to be able to 

monitor a particular piece of DNA for extended durations (milliseconds to days), so that 

the effects of enzyme concentration, ionic strength changes, pH changes, etc. can be 

accurately followed.  

Here we use plasmon rulers to investigate the dynamics of the EcoRV catalyzed 

DNA cleavage reaction in a highly parallel, high bandwidth (up to 240 Hz) single 

molecule assay. We picked the EcoRV restriction enzyme since it is a member of the type 

II restriction endonucleases, which are important paradigms for the study of protein-

nucleic acid interactions (35-38). They catalyze phosphodiester bond cleavage with very 

large rate enhancements and superb sequence (EcoRV recognition sequence: 3’-

CTA TAG-5’) selectivities. The EcoRV endonuclease transiently bends its DNA 

substrate and the bend angle is well known from crystal structures to be approximately 

50  (39, 40).

Using plasmon rulers, we were able to follow certain steps in the catalytic cycle 

of EcoRV and directly observe DNA bending immediately preceding cleavage, 



confirming the standard model of how this enzyme works. By analysis of the interparticle 

potentials, we were also able to see the softening of the DNA resulting from its 

interactions with the enzyme prior to cleavage. 



Results and Discussion

Three technical challenges needed to be overcome to be able to use plasmon 

rulers to monitor the dynamics of single enzyme-DNA complexes. First, nonspecific 

protein-particle interactions needed to be suppressed. Second, methods were needed to 

synthesize homogeneous samples of plasmon rulers. Third, the plasmon rulers’ temporal 

resolution needed to be improved from ~ 1 Hz (13) to 240 Hz.

To eliminate non-specific interactions between the gold surface and the enzyme, 

we used a stepwise ligand exchange strategy in which we passivated the particle surfaces 

with biocompatible (41) low molecular mass polyethylene glycols (PEGs). We then 

synthesized DNA linked nanoparticle dimers (plasmon rulers) with double stranded DNA 

spacers between 30-60bp using a liquid phase DNA-programmed assembly strategy 

followed by gel-electrophoretic purification (Fig. S1). As confirmed by TEM, this 

approach produces enriched samples of dimers. Since interparticle distances in aqueous 

solution cannot be inferred from TEM measurements, we measured the pair distribution 

functions of isolated plasmon rulers using small angle x-ray scattering (Fig. S1). The 

distributions contain strong dimer peaks of separated 40 nm gold particles and confirm 

that our synthetic strategy leads to DNA tethered dimers (Fig. S1).

To increase the temporal resolution of the plasmon ruler measurements, we 

investigated the dependence of the scattering intensity on the interparticle distance. In 

previous applications of plasmon rulers, we utilized the distance dependence of the 

resonance wavelength to measure distances and distance changes in DNA (13, 22). 

However, the spectral analysis of individual plasmon rulers relies on the dispersion of 

light, forcing us to integrate photon counts for several hundred milliseconds to obtain a 

detectable signal in our set-up. This is too slow to resolve the dynamics of biological 

processes such as enzymatic DNA bending and cleavage, which typically occur on 

timescales of micro to milliseconds. 

We reasoned that intensities can be collected with a much higher temporal 

resolution than spectral information, since no dispersion is required. It can be shown that 

– like the plasmon resonance wavelength – the scattering cross-section of a coupled pair 

of dimers depends on the interparticle distance. In a first approximation, each particle is 

treated as a simple dipole. Using this assumption, the cross-section of two coupled 



particles with identical diameters is proportional to the square of the pair polarizability ,

for which the following expression can be derived by averaging over longitudinal and 

perpendicular plasmon modes (23): 
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Eq. 1 

where  is the wavelength dependent dielectric function of gold (42), m is the dielectric 

constant of the surrounding medium, R the interparticle distance, and RP is the particle 

radius. We set the dielectric constant of the medium to m = 1.6, as before (22). Eq. 1 is a 

highly simplified description of the relationship between scattering cross-section and 

interparticle distance; among other things, we are using a dielectric function for an 

idealized bulk metal in an isotropic environment and we are neglecting multipole 

contributions. Therefore, we expect qualitative rather than quantitative agreement of Eq.

1 with experiment. 

To validate this approach, we recorded the scattering spectra of EcoRV catalyzed 

DNA cleavage reactions using an intensified CCD detector. The biological aspects of this 

experiment are described subsequently; for our purposes here it is only important to know 

that DNA cleavage by the EcoRV enzyme leads to plasmon ruler disassociation. As the 

DNA tethering the particles is cut, the interparticle distance suddenly increases, and 

consequently the scattering wavelength blue-shifts (Fig. 1) in a well-understood manner 

(22). The particle plasmons cease to couple when the dimers dissociate and consequently 

their resonance wavelengths and scattering cross-sections relax to the monomer values.  

To correlate the spectral shifts with changes in scattering intensity, we computed 

the total scattering intensities by integrating photon counts on the spectrometer over all 

wavelengths for six individual wavelength trajectories. The average Pearson correlation 

coefficient between integrated intensity and peak wavelength in individual trajectories is 

r = 0.92, confirming that color (peak wavelength) and scattering intensity are correlated 

and that the scattering intensity can be used to monitor interparticle distance. Ultimately, 

we achieved temporal resolutions of 240 Hz in a 20 m x 20 m field of view. To 



increase the throughput, we eventually collected data with a lower temporal resolution 

(85 Hz) but in a larger field of view of approximately 40 m x 40 m.  

Highly Parallel Single EcoRV Restriction Digestion Assay 

Having in hand enriched samples of surface passivated plasmon rulers and a 

method for monitoring the ruler’s interparticle separation with high temporal resolution, 

we set out to monitor the bending and cleavage dynamics of single EcoRV enzymes. In a 

first set of experiments, we monitored the catalytic turnover of the enzyme by following 

many plasmon rulers in parallel under various conditions using a color camera. We 

immobilized plasmon rulers on the surface of a glass flowchamber via a Biotin-

Neutravidin bond between the Biotin functionalized particle and the surface (Fig. 2a). 

After equilibrating the chamber with 10 mM Mg
2+

 reaction buffer, we introduced the 

EcoRV restriction endonuclease and monitored the plasmon rulers’ color and intensity. 

Due to the brightness of the plasmon rulers (scattering cross-section of 40 nm particles, 

Csca = 130 nm
2
) (26) it was possible to simultaneously monitor 500 - 1500 plasmon rulers 

using a low numerical aperture and low magnification 40x objective. The complete field 

of view in these experiments is limited to 150 m x 100 m by our camera and chosen 

magnification. 

Upon addition of the enzyme, some plasmon rulers exhibited sudden intensity 

drops (Fig. 2b, Movie S1). The green dots are individual dimers and the red arrows 

denote locations of these intensity drops. Complete detachment of the dimer from the 

surface cannot account for the observed intensity drops, since a dim green spot – 

corresponding to a single surface-immobilized gold particle – remains after the intensity 

drop. Rather, the ruler dissociation events are due to enzymatic DNA cleavage, as we 

now establish. First, plasmon rulers constructed from DNA lacking the EcoRV restriction 

site do not dissociate (Fig. 3a): only 11 intensity drops are seen with the control DNA, 

whereas for dimers with the EcoRV recognition site, hundreds of dimer dissociations 

were observed. Second, the addition of Ca
2+

to the reaction buffer dramatically reduces 

the number of intensity drops (Fig. 3b). Ca
2+

is a well characterized inhibitor of DNA 

cleavage by EcoRV (43). In our experiments, the first order rate constants of the intensity 

drops decreased from 0.036 s
-1

 (no Ca
2+

) to 0.004 s
-1

 (2 mM Ca
2+

). Taken together, the 



observed sequence specificity and the inhibition of cleavage reaction by Ca
2+

 confirm 

that the observed dimer dissociation is the result of DNA cleavage by the EcoRV 

restriction endonuclease. 

Plasmon rulers with 30bp spacers exhibit a lower cutting rate than the dimers with 

longer spacers (Fig. 3a), probably due to steric hindrance. According to the wormlike 

chain model for DNA (44) (contour length L = number of bases / 10.5 * 3.4 nm, 

persistence length P = 53 nm) (45), the interparticle distance for 30bp DNA spacers is 

9.42 nm compared to 12.69 and 18.31 nm for 40 and 60bp respectively. The PEG brush 

(L=4.1 nm, P=2 nm) adds about 6 nm to the effective particle diameter. This leaves a gap 

of about 3.4 nm for the enzyme in case of the 30bp spacer compared to 6.4 nm in case of 

the 40bp spacer. It is known that the binding of one molecule of EcoRV covers about 

15bp = 4.79 nm of DNA (39). Presumably, the binding step (Fig. 2a, step I) is sterically 

hindered by the PEG brush in the case of the 30bp spacers, slightly reducing cleavage 

kinetics.

Dynamics of Single EcoRV Catalyzed DNA Cleavage Reactions 

After identifying the sudden intensity drops as dimer disassociation resulting from 

DNA cleavage by EcoRV, we analyzed the intensity vs. time traces of individual cutting 

events at high temporal resolution. According to the standard model of DNA cleavage by 

EcoRV (Fig. 2a), DNA cutting occurs in a bent state (bend angle ~ 50 ). Based on an 

end-to-end distance from the WLC model and a 50  bend, the interparticle distance 

should decrease by 0.95 nm ( 30bp), 1.20 nm ( 40bp), 1.85 nm ( 60bp) due to DNA bending 

by EcoRV. Judging from the inverse pair polarizability – distance dependence given in 

Eq. 1, bending should slightly increase the scattering intensity. Given that the predicted 

distance changes amount to only ~ 10% of the DNA spacer length, this is a challenging 

test case for the sensitivity of the plasmon rulers. 

Our search for intensity changes due to bending was greatly facilitated by the 

large intensity drop upon dimer dissociation, since it allowed us to locate the 

disassociation time with high precision and thus also constrain the region that needed to 

be analyzed for evidence of DNA bending. Using the dissociation event as a fiduciary 

time-point, we calculated the average intensity preceding the dissociation from all 



recorded trajectories. Although temporal resolutions of 240 Hz could be achieved (see 

e.g. Fig. 4a) we typically monitored the plasmon rulers’ intensity at 85 Hz to increase the 

throughput with the larger field of view.

The average intensities as a function of time are shown in Figs. 4b-d. For both the 

30 and 40bp DNA spacers, there is a significant increase in average scattering intensity of 

up to 1.5% immediately before dimer dissociation. Consistent with the known inverse 

relationship between sensitivity and spacer length (22), the average intensity for the 60bp 

spacer remains nearly constant. The measured average intensity changes (1.5% ± 0.8 

(30bp), 1.6% ± 0.9 (40bp) and -0.5% ± 0.8 (60bp)) are consistently smaller (about 2-fold) 

than the estimates obtained from the order-or-magnitude calculation (Eq. 1, 2.6% (30bp), 

2.0% (40bp) and 1.4% (60bp)). Given the large number of assumptions that went into 

those estimates, including the magnitude of the bend caused by the EcoRV enzyme, the 

end-to-end extension of the DNA, the thickness of the PEG brush, the uncertainty in the 

dielectric function, and the omission of multipole terms, the agreement between theory 

and experiment is considerably better than expected.

Is DNA bending by the EcoRV restriction enzyme the most probable explanation 

for the observed intensity increases before the cut? The scattering intensity depends – 

next to the interparticle distance – also on the dielectric constant of the surrounding 

medium. It is therefore conceivable that enzyme binding (Fig. 2a, step II) and not DNA 

bending (Fig. 2a, step III) causes the observed intensity change by a local change of the 

refractive index. Therefore, we decoupled binding from bending by letting EcoRV react 

with 40bp plasmon rulers in the absence of divalent metal ions (KD in the absence of 

Mg
2+

: ~ 1x10
-8 

M) (46), preventing cleavage but not binding (47). We then flushed the 

unbound enzyme out of the chamber with divalent-free buffer. Finally, we introduced 

Mg
2+

, allowing the bound enzymes to cleave their DNA substrate. As shown in Figs.

S2&S3, these trajectories exhibit intensity jumps preceding dimer dissociation, 

confirming our interpretation of the intensity jumps as DNA bending and not protein-

DNA binding or sticking of proteins to the gold particles. Thus, the high intensity state 

most likely corresponds to steps III – IV in Fig. 2a in which the DNA is bent by 50 .

Individual traces show large variations in bending times. The trajectory shown in 

Fig. 4e exhibits a spike in intensity before the dimers dissociate. In this trajectory only 



the very last frame before dissociation has an increased intensity whereas in f and g the 

dwell times are on the order of a few seconds (f) and a few tens of seconds (g)

respectively. Student’s t tests show that in ~ 76 % of all 40bp dimer trajectories with 

“high intensity states” exceeding 100 frames, high and low intensity states differ 

significantly (p < 0.05). In 4% of all collected trajectories, the large drop in intensity due 

to the DNA cleavage is preceded by a smaller intensity drop as shown in Fig. 4h. This 

behavior suggests two subsequent DNA cutting events in dimers that have two instead of 

one DNA tether. The cleavage of the first tether does not lead to the dissociation of the 

particles but only to a slight increase in equilibrium distance. The low probability of this 

behavior suggests that most of the dimers are indeed tethered by only one DNA 

molecule.

Having assigned the intensity jumps to DNA bending by the EcoRV enzyme and 

having determined the average intensity changes prior to DNA cleavage/particle pair 

disassociation, we built-up distributions of the duration of the high intensity state for the 

30 and 40bp dimer trajectories. The results of the dwell time analyses are shown in Fig. 

5a. The cumulative dissociation probability is plotted in Fig. 5b. In these plots the 

percentage of dimers that have been cleaved is plotted against the time they spend in the 

high intensity state. Exponential fits to the decay curves in Fig. 5b give rate constants of 

k30 = 0.50 s
-1

 (30bp, R
2
=0.94) and k40 = 0.46 s

-1
 (40bp, R

2
=0.91). The similarity of the 

two rate constants is in agreement with the assertion that the trajectories comprise 

molecular events like DNA bending, DNA hydrolysis and product release but not DNA 

binding, which is expected to be much slower in case of the 30bp spacer due to steric 

hindrance.

The catalytic cycle of the EcoRV endonuclease with short (7-14bp) DNAs as 

substrate has been investigated in bulk using FRET, stopped flow fluorescence, 

fluorescence anisotropy and quench-flow methods (46, 48, 49). These studies found that 

the turnover rate kcat is limited by the rates of the DNA hydrolysis and product release 

(Fig. 2a, steps IV & V), which are approximately equivalent in magnitude (46), whereas 

DNA bending is nearly simultaneous with binding. It is therefore possible to compare k30

and k40 with kcat. The determined k30 and k40 are lower than the bulk steady state kcat = 0.7 

s
-1

 for 10 mM Mg
2+

 and are closer to the bulk kcat for 4 mM Mg
2+

 (49). Interestingly, our 



rate constants are very close to the first order rate constant of 0.4 s
-1

 as obtained by FRET 

for the later stages of the reaction cycle (46). Thus, although deviations from the bulk 

rates are to be expected in our experiments (in our case, the DNA substrate is tethered on 

the surface and has less configurational freedom, the gold probes may slow the dynamics 

of the enzymatic reaction, and there may be a small non-zero force between the two 

particles (50)), such deviations are therefore small (not more than 0.2 s
-1

).  

In addition to elucidating the dynamics of DNA bending and cleavage by EcoRV, 

the scattering trajectories can also be used to estimate the interaction potential between

the two DNA-linked nanoparticles. Just as the probability P of a DNA-tethered 

microsphere to be at a certain height h above a surface depends on the potential between 

the surface and the microsphere (51, 52), the probability of an individual plasmon to be in 

a certain intensity state I is related to the interparticle potential . The interparticle 

potential  determines the equilibrium interparticle distance. We used the relationship

P(I) ~ exp(- (I)/kT) to construct the potential  in the bent and unbent states for the 40bp 

plasmon rulers. P(I) is obtained from scattering intensity histograms of the high and low 

intensity states from single scattering trajectories with more than 100 frames in the high 

intensity state (Fig. 5c). The resulting average potentials for the bent and unbent states 

are shown in Fig. 5d. The repulsive part of the interparticle potential is mainly 

determined by the surface coating of the particles and therefore identical for the bent and 

unbent states. Consequently, the arbitrary additive constant of the potentials has been 

chosen so that the repulsive parts of the potentials coincide. Comparison of the two 

potentials reveals that the bent state is energetically disfavored by  = 1.2 kT.

This interpretation of the intensity distributions (Fig. 5c) must take various error 

sources into account. Specifically, the measured intensity distributions are convolutions 

of longitudinal and transverse fluctuations of the top particle with respect to the surface-

bound particle and experimental noise. We are interested only in the variations of the 

interparticle separation, corresponding to the end-to-end distance of the tethering DNA. 

Assuming that the transverse fluctuations and the experimental noise are free from 

systematic errors, then their combined effect will be to broaden the intensity distributions. 

In consequence, the intensity distributions and all derived quantities represent upper 

bounds on the magnitude of the longitudinal fluctuations, and the potentials shown in 



Fig. 5d are lower bounds constraining the shape of the unknown and not directly 

measurable true potentials. Our  of 1.2 kT is therefore a lower bound on the true energy 

difference between the bent and straight state. Indeed, the WLC predicts an energy 

difference of 1.6 kT for a 50  kink in a 40bp DNA molecule (53) exceeding our 

experimental value by 25%. 

A second quantity, the relative change of the width of the two potentials, is less 

subject to various experimental errors since they should equally affect both intensity 

distributions and since the assumption of coincidence of the repulsive parts of the 

potentials is not needed. Parabolic fits  = 1 + bI
2

to the superimposed potentials in Fig. 

5e reveal that bbent is ~ 27.3% smaller than bunbent (bbent = 0.016, bunbent = 0.022). The 

wider potential for the bent DNA state indicates that the interaction of the DNA with the 

enzyme decreases the spring constant of the DNA. This effect could account for the 

difference between the experimental and the predicted  and has mechanistic 

implications. By reducing the DNA stiffness, the enzyme decreases the energetic bias of 

the bent state and reduces the activation energies of the rate determining steps – 

phosphate backbone hydrolysis and DNA dissociation – both of which occur in the bent 

state (Fig. 2a).

The plasmon ruler is a new method for measuring dynamical distance changes in 

single molecule biophysics experiments. In this work, we have taken an important step 

forward in validating the use of this type of ruler, by performing an in depth study of 

DNA cleavage by the EcoRV restriction enzyme, a process that has previously been 

investigated by numerous established techniques. The plasmon ruler experiments 

recapitulate what is known from prior ensemble kinetic studies and single molecule 

FRET experiments, indicating that the Au particles do not significantly perturb the 

system. In addition, the plasmon ruler experiments afford the possibility of studying 

fluctuations in the bending of the DNA, which can be used to determine the potential 

energy change between the straight and bent states of the DNA. The plasmon ruler is now 

sufficiently well developed to be used as a tool to study a wide range of biological 

processes. The ability of the ruler to operate over extended time scales and to be effective 

in measuring distances over the 1 to 100 nm range make it a unique tool for studying 

macromolecular assemblies and conformational changes at the single molecule level. 



Methods

General. Aqueous solutions of 40nm gold particles with a concentration of 9.0x10
10

particles/mL were purchased from Ted Pella. Freshly deionized water from a Millipore 

water system was used for all experiments. All buffers were filtered with a 0.2 m

Millipore filter directly prior to use. Trithiolated oligonucleotides were purchased from 

Fidelity Inc. 

Passivation and Bulk Assembly of Plasmon Rulers. We applied a scheme of sequential 

ligand exchanges to functionalize and passivate 40 nm gold particles. In the first step, the 

citrate protected 40nm gold particles (concentration ~ 9.0x10
10

 particles/ml) purchased 

from Ted Pella were reacted with bis(p-sulfonatophenyl)phenylphosphine (BSPP) 

dipotassium salt, at the concentration of 1mg per 1ml of colloids. The particles were 

stirred with the BSPP for at least 8 hours before cleaning. The particles were washed 

twice by centrifugation (5000 rpm, 15 min) and resuspension in T40 (40mM NaCl, 

10mM Tris, pH8). After resuspension the gold particle concentration is approximately 

1.8x10
12

 particles/ml. The particles are split into two separate batches for the 

functionalization with complementary single stranded oligonucleotides (ssDNA). We 

used ssDNAs of 30, 40 and 60 nucleotides. The trithiolated ssDNA is first pre-incubated 

with a 1,000-fold excess of BSPP for 1 hour to reduce the disulfide bond of the protected 

ssDNAs before adding to the nanoparticle solutions at a ratio of 25 ssDNAs per particle. 

Then the mixture is left to react for 8 hours. The trithiolated ssDNA was chosen to 

enhance the anchor strength of the biopolymer (bond energy of a single Au-S bond: ~ 40 

kcal/mol (54, 55)) and to decrease the flexibility of the DNA-thiol linker through multiple 

anchor points. The addition of salt was a prerequisite for successful functionalization of 

the particles with the ssDNAs.

Next, two different surface chemistries are added to the particle batches with 

complementary ssDNA (Fig. S1a). In the first batch, the ssDNA-particle solutions are 

reacted with a low molecular weight (458.6 g/mol) thiolated carboxy terminated 

polyethylene glycol (PEG) at a ratio of 1:100,000. In the second batch, the thiolated 

carboxy terminated PEGs are mixed with a thiolated biotin terminated PEG in a 25:1 



ratio and reacted at the same total PEG concentration. The ssDNA-particle mixtures are 

incubated with the PEG ligands for at least 8 hours prior to cleaning. The PEG protected 

ssDNA functionalized particles are cleaned of excess reagent by centrifugation (5000 

rpm, 15 min) and resuspension in T40. After two washing steps the particles are 

resuspended in 160mM NaCl 10mM Tris pH8 prior to annealing. Equivolume aliquots of 

the two different batches with complementary ssDNA were added together and left for 8 

hours at room temperature to anneal the ssDNA. 

The nanoparticle dimers were purified from monomers and higher order 

aggregates by gel electrophoresis (Fig. S1b) (56). The annealed particle mixtures were 

mixed with 1/5 volume Ficoll 400 loading buffer solution and loaded into 1% agarose 

gels. The gels were run horizontally at a fixed potential of 175 volts for 15 minutes with 

0.5x Tris-Borate buffer as running buffer. After running the gels, the particle mixtures 

were found to be in discrete bands, with the second band from the top corresponding to 

the nanoparticle dimers. These bands were manually extracted from the gels and 

collected into an electroelution chamber. The dimers were then isolated from the gel via 

eletroelution. The isolated dimers were characterized by transmission electron 

microscopy, TEM (Figs. S1c-d), and small angle x-ray scattering, SAXS (Fig. S1e).

Optical Setup. Single molecule measurements were performed in a Zeiss axioplan2 

upright microscope with a darkfield condenser. The darkfield microscope as described in 

previous publications (13, 22) was modified by the addition of an Andor iXon EM
+
 CCD 

detector (512x512 pixel chip) on the imaging port of the Acton SpectraPro 2300i 

spectrometer.  

Surface Immobilization of Plasmon Rulers. The flow chambers were prepared by, first, 

incubating for 15 minutes with a solution of 1 mg/ml BSA-biotin [Roche] and then 

flushed with 300 l T50 (50mM NaCl, 10mM Tris pH8). Next, the chambers were 

reacted with a solution of 1 mg/ml Neutravidin [Pierce, 31000] for 15 min and flushed 

with 300 l T50. Subsequently, the chambers were incubated with SuperBlock [Pierce, 

37515] for 45 minutes and flushed again with 300 l T50. 



Next, a dilute solution of plasmon rulers was flushed into the chamber. The 

plasmon rulers bind only with the biotinylated particle to the Neutravidin coated glass 

surface, while the non-biotinylated particle is free to move in solution. Control

experiments verified that non-biotinylated, pegylated particles do not stick to the 

passivated glass surfaces. In the last step the chamber was equilibrated with EcoRV 

reaction buffer (100 mM Tris-HCl, 100 mM NaCl, 10 mM MgCl2, 1 mM Dithiotreitol 

(DTT), pH 7.9). 

Single Molecule Experiments. After equilibration of the chambers with reaction buffer, 

40 units of EcoRV restriction endonuclease [New England Biolabs] in 200 L reaction 

buffer was flushed into the chamber (EcoRV concentration ~1.75 nM). The scattering 

intensities of the plasmon rulers in the field of view were continuously monitored with a 

color camera (Roper Scientific, Coolsnap cf) or for faster temporal resolution with the 

Andor CCD detector. To correlate intensity and wavelength information, we recorded the 

scattering spectra of individual plasmon rulers during the EcoRV catalyzed cleavage 

reaction.

To prebind EcoRV enzyme to plasmon rulers, we incubated the plasmon rulers 

with EcoRV (4.4 nM) for approximately 1 min in Mg
2+

 free buffer (50 mM Tris-Hcl, 100 

mM NaCl). Then we flushed the chamber with buffer (50 mM Tris-Hcl, 100 mM NaCl) 

to remove excess enzyme. Subsequently, reaction buffer containing Mg
2+

 was introduced 

and we started recording. 

Data Analysis . By inspection of the movies recorded with the Andor CCD detector using 

software provided by the manufacturer, we detected all those dimers in the field of view 

that showed a sudden intensity drop. The movies were then imported into Matlab, where 

the exposed pixels were manually marked with a box. The CCD detector has a pixel size 

of 16 m x 16 m, and most of the light scattered from individual plasmon rulers is 

collected in one pixel. The intensity trajectories of individual plasmon rulers were 

calculated as sequence of the most intense pixels in the defined boxes. All of the recorded 

trajectories contained a clear drop in intensity that was set to 0 ms. 



For the analysis of the average scattering intensity before dimer dissociation 

(recorded at 85 Hz), we superimposed all trajectories for a given spacer length. First, we 

calculated the average scattering intensities over defined intervals preceding dimer 

dissociation for each trajectory (interval lengths: 1770.0 ms, 1180.0 ms, 885.0 ms, 559.0 

ms, 472.0 ms, 354.0 ms, 236.0 ms, 118.0 ms, 59.0 ms, 23.6 ms). Within each trajectory 

the average intensity of the longest time interval was set to 1. Then the normalized 

intensities for each time interval were averaged over all trajectories. 
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Fig. 1. Correlation of plasmon resonance wavelength and scattering intensity. Scattering wavelength 

(left) and integrated intensity (right) during EcoRV catalyzed DNA tether cleavage reaction recorded at 

2Hz. Dimer dissociation leads to a sudden spectral blueshift (left) and a drop in total intensity (right). 

Spectral shift and change in total intensity are highly correlated (Pearson correlation coefficient > 0.9). 



Fig. 2. Highly parallel single EcoRV restriction enzyme digestion assay. (a) The plasmon rulers are 

immobilized with one particle to a glass surface via Biotin-Neutravidin chemistry. The homodimeric 

EcoRV enzyme binds nonspecifically to DNA bound between the particles (I), translocates and binds to the 

target site (II), bends the DNA at the target site by ~50  (III), cuts the DNA in a blunt-ended fashion by 

phosphoryl transfer (57) (IV) and subsequently releases the products (V). (b) 150 m x 100 m field of 

view with surface immobilized plasmon rulers. Individual dimers are visible as bright green dots. Dimer 

dissociation upon EcoRV catalyzed DNA cleavage leads to a strong change in scattering intensities. The 

dimers are converted into monomers as shown for selected particles (red arrows, right side bar). EcoRV is 

added at t = 0s. A movie of the restriction digestion in the complete field of view is provided in the 

Supporting Information (Movie S1). 



Fig. 3. Statistical analysis of EcoRV restriction digestion of plasmon rulers. (a) The cleavage reaction 

is highly specific. For all DNA spacers with an EcoRV restriction site, hundreds of cutting events are 

observed, in the control experiments (60 bps dimer) without a restriction site, the cutting efficiency is 

almost zero. Each histogram contains the combined results of two independent cutting experiments per 

spacer length performed with similar surface coverage. (b) Percentage of plasmon rulers that have been 

cleaved as function of time for increasing Ca2+ concentrations. First order kinetic fits are included as 

continuous lines. EcoRV requires Mg2+ as a natural cofactor to catalyze DNA cleavage. Ca2+ can replace 

Mg2+ and facilitates formation of the enzyme-DNA complex but the resulting complex does not catalyze 

the phosphodiester bond cleavage. Ca2+ inhibits the cleavage reaction in the presence of Mg2+. A Mg2+

concentration of 10 mM was retained throughout.  



Fig. 4. Single DNA cleavage events monitored by plasmon coupling. (a) Cleavage trajectory recorded at 

240 Hz using an intensified CCD detector. (b) Average scattering intensities at defined intervals preceding 

the dimer dissociation (0 ms) for 30 bps plasmon rulers (c) 40 bps plasmon rulers (d) 60 bps plasmon rulers 

(raw data recorded at 85 Hz). In (b) – (d) we set the time of the plasmon ruler dissociation equal to 0 ms 

and calculated the average intensities for shortening time intervals between [-1770 to 0] ms and [-24 to 0] 

ms. To account for different starting intensities we normalized the trajectories and set the average 

intensities of the longest time interval equal to one for each trajectory (total number of trajectories: 86 (30 

bps), 96 (40 bps), 114 (60 bps). The error bars indicate the standard errors of the mean. Increasing 

scattering intensities for 30 and 40 bps spacers are consistent with a decreasing interparticle distance due to 

bending in the enzyme-DNA complex. For the 60 bps spacers the plasmon coupling is too weak to observe 

the bending (see text). The slight drop in the last data point of (d) is due to some uncertainty in defining the 

moment of dissociation. In some trajectories points during or shortly after the dissociation are picked 

leading to an overall lower scattering intensity. (e) – (h) Individual scattering trajectories for 40 bps 

plasmon rulers recorded at 85 Hz. The raw data are plotted in blue, sliding averages ( over 10 frames (e), 25 

frames (f), 50 frames (g)-(h) are included in red to guide the eye). A common feature observed in many 

trajectories is a slight increase in scattering intensity preceding the dimer dissociation (0s). The dwell times 

in the “high intensity” state range from a few ms (e) to hundreds of ms (f) to tens of seconds (g). (h) In 

about 4% of the recorded trajectories we first observe a slight drop in intensity previous to dimer 

dissociation. This is consistent with subsequent cleavage event in plasmon rulers with multiple tethers.  



Fig. 5. Kinetic & thermodynamic analysis of single molecule data. (a)-(b) Dwell time analysis of 

plasmon rulers in high intensity state. (a) Histograms with a bin size of 100 ms for 30 bps plasmon rulers 

(top) and 40 bps plasmon rulers (bottom). (b) Cumulative probability of plasmon ruler dissociation. The 

plots show the percentage of dimers with dwell times less than the indicated time. First order kinetic fits 

have been included as dashed lines (k30 = 0.50 s-1, k40 = 0.46 s-1). (c) Histogram of normalized intensities 

for 21 individual cleavage trajectories of plasmon rulers with 40 bps DNA (selection criterion: system 

remains in bent state for more than 100 frames). The intensities are normalized to the maximum of the 

intensity distributions in the bent states (arbitrarily set to 0) The distributions of the bent state (black) are 

shifted to higher intensity values compared to the straight state (red). (d) Average interaction potentials of 

the particles in plasmon rulers with bent (black) and unbent (red) DNA spacer obtained from (c). The 

potential of the bent state is shifted to higher intensity (= shorter interparticle distance) and is offset in 

energy by  = 1.2 kT. This energetic offset corresponds to the energy required for bending the DNA. The 

included histogram shows the intensity distribution of the penultimate frames before dimer dissociation for 

all 21 trajectories. (e) The superposition of the interparticle potentials of the bent and unbent states show 

that the width of the bent potential is larger, indicative of a decreased DNA spring constant in the bent 

state.
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Supporting Information for Reinhard et al.

Fig. S1. Liquid Phase DNA-Programmed Assembly of Plasmon Rulers. (a) 40 nm gold particles 

passivated with PEG and functionalized with single stranded DNA (ssDNA) were obtained via subsequent 

ligand exchange reactions: Citrate ligands vs. BSPP, BSPP vs. DNA and finally BSPP vs. PEG. We 

synthesized two different flavors of particles per dimer: one with thiolated carboxy terminated PEGs (blue) 

and one with PEGs mixed 25:1 with a thiolated biotin terminated PEG (pink). These particles were stable 

in 500 mM NaCl for several days. In order to minimize multiple tether formation during hybridization of 

the gold-ssDNA conjugates, the ssDNA : particle ratio was limited to 25:1, which leads to a maximum 

surface coverage of 1 ssDNA / 201 nm2. (b) After annealing overnight, dimers were separated from non-

reacted monomers and larger assemblies by gel-electrophoresis and isolated by electroelution. (c) TEM 

micrograph of gel purified 60 bps dimers immobilized on a Neutravidin functionalized grid. The particles 

are arranged in pairs with distinct gaps between the individual particles. (d) TEM statistics of gel purified 

60 bps dimers (total number of measured particles: 1055). The sample is highly enriched in dimers (82%), 

monomers and higher agglomerates are only minor impurities. (e) Pair distribution function of an aqueous 

solution (0.5x tris borate buffer) of 40 bps plasmon rulers obtained by small angle x-ray scattering (SAXS). 

The pair distribution function shows a center to center distance of ~52.4 nm. This confirms that the 40 nm 

particles are not touching but tethered by a double stranded DNA linker. Small Angle X-Ray data was 

collected using a Bruker Nanostar spectrometer fitted with a copper x-ray tube operating at 40kV and 

35mA. The CuK  radiation (wavelength = 1.54 Å) was selected with graded multilayer cross-coupled 

Göbel mirrors. The scattered radiation was collected for five hours at a distance of 104.65 mm with a two-

dimensional pressurized xenon gas detector (Bruker HiStar). The detector face had a diameter of 11.5 cm 

and a resolution of 1024 by 1024 pixels. A 2 mm beam stop (87% Pb, 13% Sb) is standard with the detector 

to prevent damage from the primary beam. Data were collected with a q range of approximately .01 Å-1 to 

.21 Å-1. The instrument is routinely calibrated using a silver behenate standard. The pair distribution 

function was calculated using the program GNOM (Svergun, D. I., J. Appl. Cryst. (1992), 25, 495-503).  



Fig. S2. Average scattering intensities at defined intervals preceding the dimer dissociation (0 ms) for 

40 bps plasmon rulers under reaction conditions that decouple DNA binding and bending (bandwith: 85 

Hz). The plasmon rulers are preincubated with EcoRV in Mg2+ free buffer, which allows the enzyme to 

bind but not to bend the DNA. Then the free enzyme is flushed out of the chamber and only after the 

unbound enzyme is removed, Mg2+ is added and the cleavage reaction is initiated. EcoRV is capable to 

bend DNA only in the presence of  Mg2+. Total number of trajectories: 68. 



Fig. S3. Individual scattering trajectories for 40 bps plasmon rulers recorded at 85 Hz under reaction 

conditions that decouple DNA binding and bending (compare Fig. S2): the enzyme is bound to the plasmon 

rulers in the absence of Mg2+. The trajectories show the same slight increase in scattering intensity 

preceding the dimer dissociation (0s) observed when EcoRV restriction was added in Mg2+ containing 

buffer (compare Fig. 4).


