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ABSTRACT 

A series of experiments have been conducted that microscopically image thermal diffusion and surface acoustic phonon 
propagation within a single crystallite of a polycrystalline Si sample.   The experimental approach employs ultrashort 
optical pulses to generate an electron-hole plasma and a second probe pulse is used to image the evolution of the plasma.  
By decomposing the signal into a component that varies with delay time and a steady state component that varies with 
pump modulation frequency, the respective influence of carrier recombination and thermal diffusion are identified.  
Additionally, the coherent surface acoustic phonon component to the signal is imaged using a Sagnac interferometer to 
monitor optical phase.    
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1. INTRODUCTION
Studies of ultrafast optical excitation and propagation of phonon pulses hold the potential to unlock fundamental carrier 
and phonon transport properties of solar electric and optoelectronic materials. This approach, termed picosecond 
acoustics1, is a valuable tool to study carrier2 and phonon transport1, since phonon generation and propagation are 
indicative of carrier relaxation3, carrier diffusion4, carrier-phonon interaction5 and phonon diffusion6. In the present 
study ultrashort optical pulses are used to generate an electron-hole plasma in a Si polycrystal and a second probe pulse 
is used to microscopically image evolution of the plasma and heat diffusion within a single crystallite.  Additionally, the 
coherent surface acoustic phonon component to the signal is imaged using a Sagnac interferometer to monitor optical 
phase.  

The sample is a Boron doped (p-type) Si polycrystal with a doping concentration of 2x1016/cm3.  The sample surface was 
mechanically polished without subsequent surface passivation resulting in a large density of surface defects.  An electron 
backscatter micrograph of the sample is shown in the inset of Fig. 1.  This micrograph gives the crystallite orientation in 
false color.  The region of interest, which is removed from any grain boundaries, is denoted by the dashed square in the 
inset.  The orientation of this crystallite is specified by a crystal plane perpendicular to the sample normal (i,j,k)=(6,7,6) 
and a crystal direction parallel to the laboratory y axis [u,v,w]=[-7,-12,21].  The present investigation is to serve as a 
baseline study from which to compare future studies that investigate the influence of boundaries (e.g. grain boundaries 
and bicrystal interfaces) on phonon transport.   

    

1.1 Experimental setup 

The experimental setup used for imaging changes in reflectivity and optical phase is shown in Fig. 1.  It is similar to the 
setup presented by Tachizaki et al.7 and involves translation of a probe beam relative to a fixed pump beam.  The 
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experimental apparatus can employ either a single probe pulse for monitoring changes in probe reflectivity or two 
interferometric probe pulses for monitoring changes in optical phase and reflectivity.  The probe is then sent through a  
telescope and focused onto the sample using a microscope objective.  Both lenses of the telescope have a 100 mm focal 
length.  The first lens is attached to a stage system that allows the lens and the probe beam to be translated in the y-z 
plane (the probe beam propagation vector remains collinear with the lens axis).  The second lens serves to converts the 
y-z motion of the beam into a change in entrance angle into the objective.  Since the objective is placed at the focal point 
of the second lens, the entrance angle can be changed without translation in the y-z plane.  The pump beam is guided 
along the optical axis of the objective using a dichroic beam splitter place after the telescope.  This system provides a 
convenient means to scan the probe beam relative to the pump beam for situations that allow for only single-sided 
access.      

1.2 Results

The first experiment involves imaging changes in probe reflectivity for different pump probe delay times.  The pump 
was modulated at 100 kHz to aid in lock-in detection.  The pump ( =400nm, pulse energy=0.026nJ) and probe ( = 800 
m, pulse energy=0.013nJ) are derived from a Ti:Sapphire laser with a pulse duration ~ 1 ps.  The series of images in Fig. 
2 gives the lock-in amplitude (top) and lock-in phase (bottom) of the change in reflectivity at 3 delays times: t=0ps, 
t=50ps and   t=100 ps.   

To better understand the evolution of these images, it is helpful to decompose the signal into two components.  The first 
component is broad band and varies with delay time (transient).  The second component is narrow band and varies with 
pump modulation frequency (diffusion wave).  Both components are driven by the diffusion of heat and photoexcited 
carriers.  Initially (t=0ps and t=50 ps) the transient components to the signal are dominant.  To illustrate this point 
consider the lock-in phase signal at these early times.  There is little lateral variation in the phase signal for an area that
encompasses the excitation region.  Initially, the primary gradient in temperature and carrier density is in a direction 
perpendicular to the surface (pump skin depth=82 nm).  Thus any lock-in phase variation of the transient signal would be 
in a direction perpendicular to the surface.  Moreover, the reflectivity change of the probe is a phase average response 
over a distance equal to approximately one probe skin depth (10 m) which is considerably larger than the thermal 
diffusion length (Dtt)1/2 and the plasma diffusion length (Det)1/2 at these early times (Dt is the thermal diffusivity, De is 
the ambipolar diffusivity and t is the pump delay time).   
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Fig. 1.  Experimental setup.  A single probe or two interferometric beams can be used.  The probe beam is scanned relative 
to the pump beam at the focal point of the microscope objective by using the translation stage telescope combination. 



The lock-in amplitude and phase images at 100 ps show the characteristics of a diffusion wave. In this case the lock-in 
phase and amplitude are associated with the amplitude and phase lag of the diffusion wave.  Unlike the previous phase 
signals, the phase lag linearly decreases with increasing distance from the source (a constant was added to all of the 
phase data so as to give a maximum value of zero at t=100ps).  Moreover, the full width at half maximum (FWHM) of 
the amplitude signal at 100 ps is considerably larger than the FWHM of the previous amplitude  signals.   In Fig. 3a, the 
FWHM of the central region of the amplitude signal as a function of delay time is shown.  The FWHM continues to 
decrease up to approximately 80 ps.   After this time the FWHM suddenly jumps up to a value of approximately 10 m
and appears to remain constant with increasing delay.  Continuing to accurately map the FWHM with increasing delay 
raises concern regarding slight defocusing of the laser spot due to beam divergence.  This issue is conveniently 
circumvented by looking at t=-10 ps which is equivalent to t = 13.1 ns (the inverse of the laser repetition frequency). 
This enables a large temporal scan without a large spatial scan.  A comparison between the normalized amplitude profile 
at t = 0 ps and t = 13.1 ns is shown in Fig. 3b.  The FWHM at t = 13.1 ns is 10.7 m which compares closely with the 
FWHM values after a delay of 90 ps.  Why the FWHM steadily decreases4 at early times can be understood by 
considering the addition of two Gaussian profiles: one representing the transient component and one representing the 
steady state diffusion wave component.  The lock-in phase data presented in Fig. 2 shows that these two components are 
~180 degrees out of phase.  Thus the functional form of the amplitude profile for z=0 is approximated by the following:
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FIG. 2.  Images of the amplitude and phase of the probe reflectivity change as a function of delay time.  At early times 
the transient component that varies with delay time is dominant while at large delay times the steady state diffusion 
wave component is dominant. 
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where at and as are the FWHM corresponding to the transient and diffusion wave components and A represents the 
relative magnitude of the these two terms.  (A more accurate representation of the combined amplitude response would 
consider the lateral variation in both the amplitude and phase of the transient and steady state components.  Furthermore, 
while the amplitude variation of the transient component closely follows the Gaussian spatial distribution of the laser 
spot, the amplitude of the steady state diffusion component is only approximated using a Gaussian distribution.)  At t=0
ps the FWHM is related to a convolution between the probe and pump profiles and serves as an upper limit to the 
FWHM of the pump beam profile.  By measuring at (5.8 m) and as (10 m) for short and long delay times, the 
expression given above can be fitted to the profile for any given delay using A as a fitting parameter.  The results of this 
procedure for a delay of 60 ps are shown in Fig. 3c.  The best fit was obtained for A=2.0 and a sum square error of 0.31.  
Note that the FWHM of the central region is smaller than the FWHM at t=0 ps.  This clearly shows the interference 
between the transient and diffusion wave components.   

This analysis helps explain the physical mechanism responsible for the sudden transition to steady state behavior.  The 
initial decrease in the transient component is due to the evolution of the electron-hole plasma and diffusion of heat. 
However, considerable insight can be gained by considering only the electron hole plasma.  The change in probe 
reflectivity associated with the expanding electron-hole plasma is proportional to the change in the density of 
photoexcited electrons.8  At t=100 ps, the electron density is approximately four times smaller than the initial density 
(diffusion length at t = 100 ps is ~ 200 nm and the corresponding volume associated with the electron-hole plasma has 
increased over the initial volume by a factor of approximately four).  However, from Fig. 2, the maximum change in the 
amplitude of the probe reflectivity at 100 ps is approximate 30 times smaller than the contribution at t=0.  Thus, 
diffusion of the electron-hole plasma alone can not account for the dominance of the steady state component at t >100ps.  
Recombination of the photoexcited carriers on this time scale provides an alternative explanation.  The Auger 
recombination pathway can be neglected since the recombination time for the range of carrier concentrations used 
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Fig. 3. Examination of the diffusion wave component.  Fig. 3a gives the FWHM of the amplitude versus delay time.  Fig. 
3b gives the amplitude profile for two different delay times.  Fig. 3c compares the experimentally measured amplitude 
profile (dots) to a simulated profile (solid).  Fig. 3d (left) compares the steady state phase profile for the pristine 
sample (dots) and the sample coated with a 30 nm Al film (solid).  Fig. 3d (right) compares the predicted phase profile 
(solid) to the experimentally measured profile for the pristine sample (dots). 



extends from 2 ns to 200 ns.  The range in recombination time ( =1/CN2, C=5x10-31 cm6/s) is estimated using the 
maximum carrier density range (3x1018/cm3 - 3x1019/cm3).9  Surface recombination associated with defect sites10,11 is 
another possible pathway.  The density of surface defects is expected to be high for the unpassivated sample under 
investigation.  Studies have shown that the recombination time in unpassivated Si is of the same order as the transition 
time from transient to steady state behavior reported here.12,13

If indeed the electrons recombine after ~100 ps, then the steady state component should be driven solely by the diffusion 
of heat (thermal wave).  To verify this assertion a second experiment was conducted that involved coating the sample 
with a thin (30 nm) aluminum film.  The aluminum film serves two purposes.  First, most of the pump energy is 
absorbed in the aluminum film.  Thus, few photoexcited carriers are created in the silicon substrate.  Second, the 
influence of diffusing electrons is effectively screened by the aluminum film leaving only a thermal wave component.  
The lock-in phase responses for the pristine sample (solid) and the coated sample (dotted) for a delay time t=133ps are 
shown on the left hand side of Fig. 3d.  Two different pump modulation frequencies were used (50 kHz and 300 kHz).  
Additionally, the thermal wave was modeled taking into account the effect of the aluminum film.  This model is similar 
to that of Reichling and Gronbeck14 and uses a Gaussian source profile.  The results of this model are presented on the 
right hand side of Fig. 3d.  The close agreement between the pristine substrate and the coated substrate as well as the 
close agreement between the pristine substrate and prediction confirm that after transition the steady state is to be 
associated with a thermal wave.  It should be noted that the predicted thermal wave phase for the bare substrate and the 
coated sample are almost identical owing to the near parity in Si and Al thermal diffusivity.  Moreover for these 
modulation frequencies, the thermal wavelength (~12 m at 200 kHz for both materials) is large relative to the film 
thickness and as a result the thermal wave penetrates a considerable distance into the Si substrate and is a function 
primarily of the substrate thermal properties.

The photoexcited electrons, in addition to being a source of thermal waves, also serve to excite coherent acoustic phonon 
pulses.  In Si, the photoexcitation of carriers into the conduction band followed by the fast relaxation to the band edge 
and subsequent phonon assisted recombination produce a localized hydrostatic stress in the material.  This stress is given 

Fig. 4a. Interferometric image of thermal wave and the surface acoustic phonon pulse.  Fig. 4b and 4c. Profile of the image 
along the superposed line for maximum positive and negative interferometric phase sensitivity.   
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by the sum of the thermal stress ( B T) and the electronic stress arising from the hydrostatic deformation potential 
(B Eg / pN), where B is the bulk elastic modulus and  is the linear thermal expansion coefficient. This stress 
distribution serves to launch bulk and surface acoustic phonon pulses.  In the present case involving same side 
generation and detection, only acoustic phonon pulses that propagate along the surface of the sample are resolved.   

The surface acoustic phonon pulse is imaged using a common path Sagnac interferometer to detect changes in optical 
phase as well as changes in probe reflectivity.15,16,17  The interferometer relies on the interference between a probe pulse 
that arrives before the pump (reference pulse) and a second probe pulse that arrives after the pump pulse (signal pulse).  
The polarity of the optical phase sensitivity of the interferometer can be changed using a /4 plate.15  An interferometric 
phase image of the thermal wave component and the surface acoustic phonon pulse are shown in Fig. 4a.  The pump 
modulation frequency was set to 200 kHz to aid in the imaging of both the thermal wave and the surface acoustic phonon 
pulse.  At this modulation frequency the thermal wave amplitude dominates the surface acoustic phonon amplitude; 
however, by monitoring the lock-in phase instead of the lock-in amplitude, both the thermal wave and the surface 
acoustic phonon pulse are imaged with comparable signal contrast.      The image was formed by raster scanning the 
interferometric probe for a fixed pump probe delay time (3ns).  The information contained in Fig. 4a is better understood 
by taking a cross section of the data along the superposed line shown on the right hand side of Fig. 4a.  The data in Fig. 
4b and 4c correspond to maximum positive and negative interferometric phase sensitivity respectively.  The linear 
variation near the center corresponds to the thermal wave component of the signal.  Since this is the steady state 
component of the signal, the interferometer only senses changes in probe reflectivity.  The low frequency detection limit 
(~1GHz) of the two beam interferometer is related to path length difference of the two beams upon striking the sample.  
This is well above the steady state component at the pump modulation frequency (200 kHz).  The slope of this variation 
is the same in both figures and is directly related to the thermal diffusivity.18  The predicted variation in the thermal wave 
phase (dots) is also shown in Fig. 4b and 4c.   

The rapid variation in the lock-in phase signal near the edges of Figs. 4b and 4c correspond to the surface acoustic 
phonon pulse.  The surface acoustic pulse is a transient component, and as a result the Sagnac interferometer senses 
changes in optical phase as well as strain induced changes in reflectivity.  However, since the polarity of the surface 
acoustic pulse changes for positive and negative interferometric phase sensitivity, the optical phase contribution is the 
dominant contributor to the signal.  The shape of the surface acoustic phonon wavefront is related to the symmetry of the 
elastic stiffness tensor and has been modeled previously.19

1.3 Conclusion  

In conclusion, we have microscopically imaged thermal diffusion and surface acoustic phonon propagation within a 
single crystallite of a polycrystalline Si sample.   The experimental approach holds the potential to measure the thermal 
diffusivity, the elastic stiffness tensor and the carrier recombination time.  This approach should find wide application in 
the investigation of carrier and phonon transport properties in novel solar electric and optoelectronic materials.      
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